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Bondar-Clegg, Inc.
12980 West &édar Dr.
Lakewood, Colorado 80228
(303) 989-1404

Geochemical
B Lab Report

L
4 o
BON

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: D89-31949.4 ( COMPLETE )

[ REFERENCE INFO: 0-210

CLIENT: BROHM MINING CORP.
PROJECT: R89-568

SUBNITTED BY: J. BARRON
DATE PRINTED: 12-0CT-89

NUMBER OF LOWER
ORDER ELEMENT ANALYSES  DETECTION LIMIT EXTRACTION METHOD
1 A Gold 42 0.002 OPT Fire Assay
SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER
D DRILL CORE 42 2 -150 42 Assay Prep 42
Excessive Wetness 645
Sample Pickup 1

REMARKS: Final results are reported.

REPORT COPIES TO: MR. JIM BARRON

INVDICE TO: MR. JIM BARROM

HE._TIM BARRON




Bondar-Clegg, Inc.
12980 West <@ar Dr.

B

Geochemical

Lake\%oa;ﬁ, Colorado 80228 Lab Rep()rt
(303) 989-1404
BONDAR-CLEGG
A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES
TED: 12-0CT-43

REPORT: D89-31949.4 J PROJECT: RA89-588 PAGE 1
SAMPLE ELEMENT Au SAMPLE ELEMENT Au
NUMBER UNITS 0Pt NUMBER UNITS 0PT
D2 RA89-588-0-5 0.025 D2 R89-588-200-205 0.036
D2 R&9-588-5-10 0.039 D2 RA9-588-205-210 0.024
D2 R89-588-10-15 0.026

D2 RB9-588-13-20 0.031

D2 R83-588-20-25 {0.002

D2 R8I-588-25-30 0.028

D2 RA9-588-30-35 0.015

D2 RA9-588-35-40 0.007

D2 R89-588-40-45 0.006

D2 R89-588-45-50 0.017

D2 R&9-588-50-55 0.039

D2 R89-588-55-60 0.023

D2 R89-588-60-65 0.003

D2 R89-588-65-70 {0.002

D2 R89-588-70-75 {0.002

D2 R89-588-75-80 (0.002

D2 R89-588-80-85 0.002

D2 R89-588-85-90 {0.002

D2 RB9I-588-90-95 {0.002

D2 R89-588-95-100 {0.002

D2 R89-588-100-105 {0.002

D2 R89-588-105-110 {0.002

D2 RB9-588-110-115 {0.002

D2 RA9-588-115-120 (0. 002

D2 RB9-588-120-125 {0,002

D2 R89-588-125-130 0.003

D2 R89-588-130-135 0.018

D2 R83-588-135-140 0.007

D2 R89-588-140-145 {0.002

D2 RA9I-588-145-150 {0.002

D2 R83-588-150-155 0.002

D2 R89-588-135-160 0.003

D2 R83-568-160-165 (0.002

D2 R83-588-165-170 0.003

D2 R89-588-170-175 {0,002

D2 RA9-588-175-180 0.003

D2 R89-588-180-185 0.004

D2 R89-588-185-190 0.008

D2 R89-588-190-195 0.027

D2 R83-588-193-200 0.057
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Bondar-Clegs, Inc.

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404 :

B

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

Geochemical
Lab Report

REPORT: D89-31951.4 ( COMPLETE )

| REFERENCE INFO: 210-510

CLIENT: BROHM MINING CORP.
PROJECT: RA9-588

SUBMITTED BY: J. BARRON
DATE PRINTED: 12-0CT-89

ORDER ELEMENT

1 Au Gold

SAMPLE TYPES NUMBER

D DRILL CORE 60

NUMBER OF LOWER
ANALYSES  DETECTION LIMIT EXTRACTION METHOD
&0 0.002 OPT Fire Assay
SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER
2 -150 &0 Assay Prep 60
Excessive Wetness 899
Sample Pickup 1

REMARKS: Final results are reported.

REPORT COPIES TO: MR. JIM BARRON

INVOICE TO: MR. JIM BARRON

_HR, _JTH BARRON




Bonder-  Inc. .
12986){)\’;%&:? Dr. Geochemical
Lakewood, Colorado 80228 Lab Repﬂrt
(303) 989-1404
BONDAR-CLEGG
A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES
TED: 12-0CT-89

REPORT: DA9-31951.4 PROJECT: RA9-588 PAGE 1 J

SAMPLE ELEMENT Au SAMPLE ELEMENT Au

NUMBER UNITS oPT NUHBER UNITS 0rT

D2 R89-588-210-215 0.018 D2 RA9-588-410-415 0.050

D2 RB9-588-215-220 0.020 D2 RB3-588-415-420 0.029

D2 RA9-588-220-225 0.016 D2 R89-588-420-425 0.012

D2 R89-588-225-230 0.040 D2 R89-588-425-430 0.015

D2 R89-588-230-235 0.013 D2 R89-588-430-435 0.014

D2 RA9-588-235-240 0.024 D2 RB9-588-435-440 0.021

D2 RB9-588-240-245 0.035 D2 R89-588-440-445 0.017

D2 R89-588-245-250 0.038 D2 R89-588-445-450 0.013

D2 R89-588-250-255 0.019 D2 R89-588-450-455 (0.002

D2 R89-588-255-260 0.021 D2 R89-588-455-460 0.020

D2 RB9-588-260-265 0.035 D2 R89-588-460-465 0.044

D2 RA9-588-265-270 0.008 D2 RA9-588-465-470 0.069

D2 R89-588-270-275 0.011 D2 RA9-588-470-475 0.027

D2 RB9-588-275-280 0.010 D2 RB9-588-475-480 0.021

D2 RA9-588-280-285 0.009 D2 R89-588-480-485 0.010

D2 R89-588-285-290 0.011 D2 R89-588-485-490 0.016

D2 RA9-588-290-295 0.010 D2 R89-588-490-495 0.010

D2 R89-588-293-300 0.009 D2 R&9-588-495-500 0.003

D2 R89-588-300-305 0.012 D2 R&9-588-500-505 0.006

D2 R89-588-305-310 0.005 D2 R89I-588-505-510 0.011

D2 R89-588-310-315 0.008

D2 R89-588-315-320 0.007

D2 R89-588-320-325 0.008

D2 RA9-588-325-330 0.007

D2 R89-588-330-335 0.013

D2 R89-588-335-340 0.005

D2 RB9-508-340-345 0.006

D2 R89-588-345-350 0.008

D2 R89-588-350-355 0.009

D2 R89-588-355-360 0.008

D2 R89-588-360-365 0.010

D2 R89-588-365-370 {0.002

D2 R&9-588-370-375 0.011

D2 R89-588-375-3680 0.008

D2 RA9-588-380-385 0.006

D2 R83-588-385-390 0.014

D2 R89-588-390-395 0.015

D2 R89-588-395-400 0.016

D2 R89-588-400-405 0.054

D2 RA9-588-405-410 0.019
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Bondar-Clegg, Inc. :
K980 WesRCedar Dr. Geochemical
Lakewood, Colorado 80228 Lab Report
(303) 989-1404

: BONDAR-CLEGG

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: D89-31952.4 ( COMPLETE ) REFERENCE INFO: 510-815
CLIENT: BROHM MINING CORP. SUBMITTED BY: J. BARRON
PROJECT: RA89-588 DATE PRINTED: 12-0CT-89
NUMBER OF LOWER
ORDER ELEMENT ANALYSES  DETECTION LIMIT EXTRACTION HETHOD
1 Au Gold 61 0.002 0OPT Fire fssay
SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER
D DRILL CORE 61 2 -150 61 fAssay Prep 61
Excessive Wetness 725
Sample Pickup 1

REMARKS: Final results are reported.

REPORT COPIES TD: MR. JIM BARRON INVOICE TO: MR. JIM BARRON

HR. JTM BORRON




Bondar-Clegg, Inc. G -
12980 \WianCedar Dr. he
Lakewood, Colorado 80228 Lab Report
(303) 989-1404

BONDAR-CLEGG

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

TED: 12-0CT-89
REPORT: D89-31932.4 PROJECT: R83-588 PAGE 1

SAMPLE ELEMENT fAu SAMPLE ELEMENT Au
NUMBER UNITS oPT NUMBER UNITS oPT
D2 RB9-588-510-515 0.010 D2 R89-588-710-715 0.022
D2 R8I-588-515-320 0.006 D2 RA9-588-715-720 0.005
D2 R89-588-520-525 0.009 D2 R89-588-720-725 {0.002
D2 R89-588-525-530 0.014 D2 R89-588-725-730 (0. 002
D2 RB9-588-530-535 0.005 D2 R89-588-730-735 {0. 002
D2 R89-588-535-540 (0.002 D2 R89-588-733-740 {0.002
D2 R89I-588-540-545 0.006 D2 RB9-588-740-745 €0.002
D2 R89-588-545-550 (0.002 D2 R83-588-745-730 0.013
D2 R89-588-550-555 0.007 D2 R89-588-750-755 (0. 002
D2 R89-588-555-560 0.004 D2 RB9-588-735-760 (0.002
D2 R&I-588-560-565 0.030 D2 R89-588-760-765 0.006
D2 RBI-588-565-570 0.009 D2 R89-588-765-770 0.004
D2 R89-388-570-575 €0.002 D2 RB9-588-770-775 0.005
D2 RA89-588-575-580 0.010 D2 RA893-588-775-780 0.003
D2 R89-588-580-585 0.006 D2 R89-588-780-785 0.027
D2 R83-588-585-590 0.004 D2 R89-588-785-790 0.004
D2 R89-588-590-595 0.007 D2 R89-588-730-795 0.004
D2 RA9-588-395-600 0.008 D2 RA89-588-795-800 0.005
D2 R89-588-600-603 0.006 D2 R89-588-800-805 0.004
D2 RA9-588-605-610 0.007 D2 RB9-588-805-810 0.004
D2 R89-588-610-615 0.010 D2 R83-588-810-815 (0. 002
D2 R89-588-615-620 0.003
D2 R89-588-620-625 0.010
D2 R89-588-625-630 0.003
D2 RB9-588-630-635 0.003
D2 RB9-588-635-640 0.009
D2 RB3-588-640-645 0.003
02 RB9-588-645-650 0.021
D2 RA9-588-650-635 0.029
D2 RA89-588-655-660 0.037
D2 R89-588-660-665 0.031
D2 R83-588-665-670 0.002
D2 RB9-588-670-675 0.002
D2 R89-588-675-680 {0.002
D2 R89-588-680-685 (0. 002
D2 R89-588-685-690 0.006
D2 RA9-588-690-695 0.007
D2 R83-588-635-700 0.005
D2 RA89-588-700-705 0.008

D2 RA9-588-705-710 0.014
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Bondar-Clegwlnc.

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404

Geochemical
Lab Report

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: D89-31954.4 ( COMPLETE )

I REFERENCE INFO: 815-1000

CLIENT: BROHM MINING CORP.
PROJECT: R89-588

SUBMITTED BY: J. BARROM
DATE PRINTED: 12-OCT-89

NUMBER OF LOWER
ORDER ELEMENT ANALYSES ~ DETECTION LIMIT EXTRACTION METHOD
1 A Gold 37 0.002 OPT Fire Assay
SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER
D DRILL CORE 37 2 -150 37 fssay Prep 7

Excessive Wetness 462

REMARKS: Final results are reported.

REPORT COPIES TO: MR. JIM BARRON
MR. JIM BARRON

INVOICE TO: MR. JIM BARRON




Bondar-Cletzg Inc. .

12980 West Cedar Dr. Geochemical

Lakewood, Colorado 80228 Lab Report

(303) 989-1404 po
BONDAR-CLEGG

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

TE PRINTED: 12-0CT-89
REPORT: D89-31954. 4 J [—g:bJECT: R83-588 PRGE 1
SAMPLE ELEMENT Au
NUMBER UNITS OPT
D2 RB9-588-815-820 0.002
D2 R89-588-820-825 (0.002
D2 RB9-588-825-830 0.007
D2 RB9-588-830-835 0.006
D2 R89-588-835-840 0.014
D2 R89-588-840-845 (0.002
D2 R89-588-845-850 0.030
D2 R85-588-850-855 0.229
D2 RB9-588-855-860 0.107
D2 R89-588-860-865 0.122
D2 R89-588-865-870 0.172
D2 RG3-588-870-875 0.051
D2 RB9-588-875-880 0.060
D2 R89-588-880-885 0.358
D2 R89-588-885-890 0.131
D2 R89-388-890-895 0.050
D2 R89-588-895-900 0.009
D2 R83-588-900-905 0.050
D2 R89-588-905-910 0.023
D2 R89-588-910-915 0.049
D2 R83-588-915-920 0.036
D2 R89-388-920-925 0.060
D2 RA89-588-925-930 0.085
D2 R89-588-930-935 0.0%
D2 RB9-588-935-940 0.052
D2 R89-388-940-945 0.095
D2 R89-588-945-950 0.021
D2 R89-588-950-955 0.021
D2 R83-568-955-960 0.020
D2 RB9-588-960-365 0.049
D2 R893-588-965-970 0.052
D2 R89-588-970-975 0.025
D2 R89-588-975-980 0.009
D2 R89-588-980-985 0.006
D2 RA89-588-985-990 0.003
D2 R89-588-990-995 0.012

D2 RB9-588-995-1000 0.019
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"TITLE 12-10-89 15:20:56 D89-31949.4 J.

"CLIENT BROHM MINING CORP.
"PROJECT R89-588

"SPECIAL VALUES

#SAMPLES:

" IS Insufficient Sample"

" -9 No Value Recorded"

" Values above the upper limit are
" Values below the lower limit are shown as

"DETERMINATIONS

42 REFERENCE:

shown as

¥ ELNAME METHO ECO UNI #SAM LOLMT UPLIMT

" 21 Au Fa

"SAMPLE PREPS"

" 4@ SAMPLE TYPE=D

" 41 Pl7= 42

" 42 P64= 645
" 43 P23= 1
"REMARKS"

OPT 42 0.9
DRILL CORE
Assay Prep
Excessive

Sample Pic

" 59 Final results are reported.

KKK KN e

2 99.999

Wetness
kup

"FORMAT (A8,1X,A1,A1,1X,A20,1(1X,A7,A1))"

"BEGIN " "Type"
"19490601" "D"
"194390002" "D
"194900063" "D
"19490004" "D
"194900065" "D"
19490006 "D"
"19490007" "n"
"19496008" "D
"19490009" "D
"194906011" "D
119490012" upn
"19490013" "D"
"19490014" "D"
“19490015" "D"
"19490016" "D"
"19490017" "D
"19490018" "D
"19490019" "p"
"19490820" "D"
"19490021" "D"
"194390022" "D
"19490023" "D
"19490024" "D"
"19490025" "D
"19490026" "D
"19490e27" “p*
"19490028" "D"
"19490029" "n"
"19499030" "D"
"19490031" "D"
"19490032" "D"
*19490033" "pv
"19490034" "D"
"19490036" "D"
"194900637" "D
"19490038" "D"
"19490039" "p"
"19490040" "D"
"19490041" "D
"19490042" "D"
"194900643" "D"
"19490044" "D

I|Fanl

"Frac"

II2II
II2II
ll2ll
Il2ll
II2II
|I2II
II2II
Il2ll
l|2ll
ll2ll
II2II
ll2ll
ll2ll
II2lI
II2II
ll2ll
ll2l|
||2Il
lI2II
lI2ll
lI2II
Il2ll
II2II
II2II
II2I|
II2II
Il2|l
Il2ll
l|2ll
II2I|
“2“
Il2|l
II2II
II2I0
HZII
Il2ll
ll2ll
Il2|l
II2II
|I2II
II2II
II2II

"Sample ID"
"R89~588~0~5
"R89-588~-5~10
"R89-588-10-15
"R89-588-15-20
"R89-588~-20-25
"RB89-~588-25~-30
"R89-588-30~35
"RB89~-588~35~-40
"R89-588-40-45
"R89~-588~-45-50
"R89~-588~-50-55
"R89~588~-55~60
"R89~-588-60-65
"R89-588-65~-70
"R89-588-70-75
"R89-588~-75-80
"R89~-588-~-80-85
"R89-~588~85~90
"RB89-588-90~-95
"R89~-588~965-100
"RB9~-588~100~105
"R89~-588~-105-110
"R89-588-110~115
"R89~-588~115~-120
"R89-588-120~-125
"R89-588~125~-130
"R89-588~130-~135
"R89~588~135~-140
"R89~-588~140~-145
"R89-588-145-150
"R89-588-150~155
"R89-588-155-160
"R89-588-~160~165
"RB9-588~165~170
"R89-588-170~175
"R89~-588-~175~-180
"R89~-588-180~185
"R89-588-185~190
"R89-~588-190~195
"RB9~-588-1965~200
"R89-588-200~-205
"R89~-588~-205~-210

BARRON

0-210

+uplimt"
~lolmt (ie not
COMMENTS"

Results Reported

AuH
0.025
2.039
0.026
®.031

0-30

-90.002

b.02

0.015
0.007
0.006
@.017
0.039
».023
0.003

SS- kS

-0.002
-0.002
~-0.002

0.002

~0.002
-0.002
~-9.002
~-0.002
~-0.002
~-0.002
-0.002
~-0.002

0.003
®.018
Q.007

-0.002
~-0.002

0.002
2.003

~-0.002

0.003

-0.002

0.003
0.004
0.008
0.027
0.057
®.036
0.024

a&él 0285

es5/10/89"

detected)"

™ @, .03



"TITLE 12~106-89 15:43:33 D89-31951.4 J. BARRON e3/10/89"
"CLIENT BROHM MINING CORP. !

"PROJECT R89-588 #SAMPLES: 60 REFERENCE: 210~510

"SPECIAL VALUES"

" IS Insufficient Sample"

" -9 No Value Recorded"

" Values above the upper limit are shown as +uplimt"

" Values below the lower limit are shown as ~lolmt (ie not detected)"
"DETERMINATIONS"

b ELNAME METHO ECO UNI #SAM LOLMT UPLIMT COMMENTS"

" 91 Au Fa OPT 60 ©.002 99.999 Results Reported !
"SAMPLE PREPS"

" 40 SAMPLE TYPE=D DRILL CORE N

" 41 P1l7= 60 Assay Prep L

" 42 P64= 899 Excessive Wetness e

" 43 P23= 1 Sample Pickup !

"REMARKS"

" 5@ Final results are reported. d

kKN ——

"FORMAT (A8,1X,AL,A1,1X,A20,1(1X,A7,A2))"

"BEGIN " "Type'" "Frac" "Sample ID" " Au"
"195100601" "D" "2" "R89~-588~210-215 " ®.018
"19510003" "D" "2" "R89-~588-215-220 L 0.020
"19510004" "D" "2" "R89-588-220-225 . 0.016
"19510005" "p" "2" "R89-588~225-230 i 0.040 V4o - 26S
"19%10006" "D" "2" "R89-~588-230-235 " 0.913 \
"1951@00067" "D" "2" "RB89-588-235-240 i ®.024 j - QQ. -028
"19510e88" "D" "2" "R89-588-240-245 " 0.035
"19510009" "“D" "2" "R89~-588~245-250 " 0.038
"19510010" "D" "2" "R89~-588~250-255 ! 0.019
"1951@11" "D" "2" "R89-588-265-~260 & ®.021
"19510012" "D" "2" "R89-588-260-265 i 0.03
"19516013" "p" "2" "R89-588-265-270 " 0.008
"19510014" “p" "2" "R89-~588-~270-275 ! 0.011
"1951015" "p" "2" "R89~588-275~280 1 0.010
"19510016" "D" "2" "R89-~-588-280-285 B 0.009
"1951@017" "D" "2" "R89Y~-588~285-290 " .011
"196510018" "D" "2" "R89-588~-290-295 . 0.010
"i1951@0019" "D" "2" "R89-~588-295-300 " 0.009
"19510020" "D" "2" "R89-588-300-305 B 0.012
"19510021" "Dp" "2" "R89-~-588~305-310 i 0.005
"19510022" "D" "2" "R89-588-310-315 . 0.008
"19510023" "D" "2" "R89-588-315-320 " 0.007
"19510024" "D" "2" "R89-588~-320-325 & 0.008
"1951@025" "D" "2" "R89-588-325-330 i @.007
"195100626" "D" "2" "R89-588-330-335 " 0.013
"1951@0628" "p" "2" "R89-588-335-340 " 0.009
"19510029" "p" "2" "RB89-588-340-345 i 0.006
"19510@30" "D" "2" "R89~588~345-350 " ®.008
"195100631" "D" "2" "R89-~588-350-355 ! 0.009
"19510032" "p' "2" "RB89~588-355-360 ! 02.008
"19510033" "D "2" "R89-588-360-365 i 0.010
"19510034" "D" "2" "RB89~588~365~370 n ~0.002
"19510035" "D" "2" "R89-~588~370-~375 & 0.011
"19510036" "D" "2" "R89-588-375-380 i 0.008
"19510037" "p" "2" "RB9Y-588-380-385 N 0.006
"19510038" "p" "2" "R89-~-588~385-390 i 0.014
"19510039" "p" "2" "R89-~-588-~390~-395 " .015
"19510040" "D" "2" "R89-588-395-400 iy 2.016
"19%1@8041" "D" "2" "RB89-588-400-405 " 0.054
"19510042" "D" "2" "R89-588-405-410 ' ©.019
"19510043" "D" "2" "R89-~-588-410-415 I 0.050 /
"19510044" "D" "2" "RB9-588-415-420 " .029 o e Q 038

H1QE1 A0 QP 921N 1IRRAQ_ERKV. A2 A0 " A 012



"19510046"
"19510047"
19510048 "
"19510@49"
119510050 "
19510051 "
"19510053"
119510054 "
19510055 "
"19510056"
119510057 "
119519058 "
19510059 "
119510060 "
"19510061"
"19510062"
19510063 "
IIENDII

IIDII
IIDII
IIDH
IIDII
llDll
HDII
IIDII
IIDII
IIDII
IIDII
IIDII
IIDII
IIDII
llDII
llDll
IIDII
IIDII

II2II
N2II
ll2ll
||2|I
l|2ll
II2II
II2|I
Ilzll
II2lI
II2II
l|2ll
II2||
|I2ll
II2II
ll2ll
II2|I
||2ll

"RB9-588~-4265-430
"RB9~-588~-430-435
"RB9-588-435-440
"R89-588-440-445
"R89-688-4465~-450
"R89~-5688-450~455
"R89-588-455-460
"R89~-588-460-465
"R89~-588-465-470
"R89~-588-470-475
"RB89~588~475-480
"R89-588-480-485
"RB9-588~-485~-490
"RB9-588~-490~495
"RB9~588~-495~-500
"R89~-588~500-505
"RB9-588~505~510

®.015
0.014

@.021
0.017
®.013
~-0.002
@.020
0.044
®.069
2.027
0.021
@.010
0.016
0.010
0.005
2.006
0.011

436 -44o

4s5-4go 28 @ 036



"TITLE 12-10-89 15:45:08 D89-31952.
"CLIENT BROHM MINING CORP.

"PROJECT R89~588 #SAMPLES :

"SPECIAL VALUES"

" IS Insufficient Sample"

" ~9 No Value Recorded"

" Values above the upper limit are

" Values below the lower limit are

"DETERMINATIONS"

" ELNAME METHO ECO UNI #SAM LOL

" 01 Au FA QR 61 0.0
"SAMPLE PREPS"
" 40 SAMPLE TYPE=D DRILL CORE

" 41 P17= 61 Assay Prep

" 42 P64= 725
" 43 P23= 1 Sample Pic
"REMARKS™"

" 58 Final results are reported.

ok % %k 11

"FORMAT (A8,1X,A1,A1,1X,A20,1(1X,A7

"BEGIN " "Type" "Frac" "Sample ID"

"19520001" "D" "2" "RB9-588~510-515
"19520002" “D" "2" "R89-588-515-520
"19520004" "p" "2" "RBI9-588-520~525
"19520005" "p" "2" "R89-588-525~530
"19520006" "D" "2" "RB9-588-~530-535
"19520007" "D" "2" "R89-~-588-535~540
"i19520008" "D" "2" "RB9I~-588-~540~545
"19520009" "D" "2" "R89-588-545-550
"19620010" "D" "2" "RB9-588-550~555
"i96520011" "D" "2" "RB9-588-555-~560
"19520012" "D" "2" "RB9~-588~560~565
"19520013" "p" "2" "R89~-588~565~570
"i19520014" "D" “2" "R89-588-570~575
"19520015" "p" "2" "RBI9~-588~575~580
"19520016" "D" "2" "RB89~-588-580-585
19520017 "p" "2" "R89~588-585~590
"19520018" "p" "2" "RB89~-588-590~-595
"19520019" "p" "2Y "RB9-588-595~600
"19520020" "D" "2" "R89~-588-600-605
"19520021" "D" "2" "RB9-588-605-610
"19620022" "p" "2" "R89~588-610~615
"19620023" "D" "2" "RB9~588-615~620
"19520024" "D" "2" "RB89-588-620-625
"19520025" "D" "2" "RB9~-588-6256-630
"19652@0026" "D" "2" "RB9-588-630-635
v1952@0027" "p" "2% YRE9-588~635-640
"19520029" "D" "2" "R89-~-588-640-645
"19520030" "D" "2" "RB9-~-588-645~650
"19520031" "D" "2" "RB9-588-650-~655
"i19520032" "p" n2" URB9-588-655~660
"19520033" "p" "2" "RB9-588-660-665
"19520034" "D" "2" "RB89-588-665-670
"19520035" up" "2" “"R89-~-588~670~675
"19520036" "D'" "2" "R89-588-675-680
"19520037" "D" "2" "RB9~-588-680-685
"19520038" "D" "2" "RB89-588-685~690
"19520939" "p* "2" "RB9-~-588~-690-6956
n19520040" "p* na2v" YRB9-588-695-700
"19520041" "D" "2" Y"RB89-588-700-~705
"19520042" "D" "2'" "R89-588-705~710
"19520043" "D" "2" "RB9-588-710-715
"195200644" "D" "2" "R89-~588-715-720
1 QR2004AR" unn uon NWPRQ.ERR 72072

4 J. BA

61 REFE

shown as
shown as

MT UPLIMT
@2 99.999

Excessive Wetness

kup

»ALl))"

RRON

RENCE :

e3/10/89"

510-815

+uplimt"

~lolmt

COMMENTS"

Results Reported

Aull

2.010
D.006
0.009
2.014
®.005
~-9.002
0.006
-9.0802
0.007
D.004
0.030
®.009
~0.002
0.010
@.006
0.004
@.007
®.008
h.006
B.007
@.010
@.003
@.010
0.003
®.003
0.009
0.003
®.021
0.029
0.057
0.03
®.002
0.002
~0.002
~-9.002
0.006
02.007
2.005
0.008
0.014
0.022
2.005
- 0D

- SLo-Sks

LyS - LS

- Tio-\S

20 @

(ie not detected)"

.03«1



"19520046"
19520047 "
"119520048"
"119520049"
19520050 "
"19520051"
"19520052"
19520054 "
"19520055"
19520056 "
"19520057 "
"19520058"
"19520059"
"19520060"
"19520061"
19520062
"19520063"
"19520064"
IIENDH

|IDII
IID!I
IIDII
llDH
IlOII
lIDII
IIDII
I'OH
IIDII
“DII
llDII
IIDH
IIDII
IIDII
IIDII
HDII
"DII
IlDII

II2II
l|2I|
|I2ll
II2"
ll2ll
ll2ll
”2"
|l2ll
Ilzll
ll2ll
ll2|l
H2|l
Il2|l
ll2|l
ll2ll
H2H
II20I
I|2ll

"RBY9-5B8-725~730
"R89~-588~730~735
"R89-588~735~740
"R89~-588-740-745
"RB9-588~745~-750
"RB9~-588~750~755
"RB9~588~-755-760
"R89~-588~760~765
"R89~588~765~770
"RB9~588~770~775
"RB9~-588~-775~-780
"RB9~588~780~785
"RB9~-588~785~-790
"R89~588~-790~795
"RB9~-588~-795-800
"R89~-588~800~-805
"R89-588~-805-81@
"R89-588~-810-815

"

-0 .
~-@.
-0 .
-0.
@.
-0 .
-@ .
0.
Q.
a.
@.
0.
@.
Q.
@.
0.
@.
-@.

boz
002

ez
woz
013
o2
02
o6
o4
o5
a3
w27
o4
o4
005
o4
0o4
002

=~ 7180-185 .SkEi



"TITLE 12-10-89 15:35:04 D89-31954.4 J. BARRON

"CLIENT BROHM MINING CORP. "
"PROJECT R89-588 #SAMPLES: 37 REFERENCE: 815-1000
"SPECIAL VALUES"

" IS Insufficient Sample"

" -9 No Value Recorded"

" Values above the upper limit are shown as
" Values below the lower limit are shown as
"DETERMINATIONS"

M ELNAME METHO ECO UNI #SAM LOLMT UPLIMT COMMENTS"

" 91 Au FA OPT 37 0.002 99.999 Results Reported
"SAMPLE PREPS"

" 40 SAMPLE TYPE=D
" 41 P17= 37

" 42 P64= 462
"REMARKS"

" 58 Final results are reported. "
1ok ok kK

"FORMAT (A8,1X,A1,A1,1X,A20,1(1X,A7,A1))"

HBEGIN M “Type' “Frac" “Sample ID" b Au"

+uplimt"

~lolmt (ie not

DRILL CORE 1
Assay Prep !
Excessive Wetness "

03/10/89"

detected)"

"19540001" "D" "2" "R89-588-815-820 . 0.002
"19540002" "D" "2" "RB9-588-820-825 " -0.002
"19540003" "D" "2" "R89-588-825-830 ‘ 0.007
"19540004" "D" "2" "RB9-588-830-835 B 0.006
"19540006" "D" "2" "R89-588-835-840 h 0.014
"19540007" "D" "2" "R89-588-840-845 " -0.002
"19540008" "D" "2" "RB9-588-845-850 u 0.030)
"19540009" "D" "2" "R89-588-850-855 u 0.229
"19540010" "D" "2" "R89-588-855-860 i 0.107
"19540011" "D" "2" "RB9-588-860-865 . 0.122
"19540012" "D" "2" "R89-588-865-870 . 0.172
"19540013" “D" "2" "RB9~588-870-8765 R 0.051
"19540014" “D" "2" "R89-588-875-880 . 0.060
"19540015" “Dp" "2" "RB9-588-880-885 y 0.358
"19540016" “D" "2" "R89-588-885-890 i 0.131
"19540017" “D" "2" "R89-588-890-895 4 0.050
"19540018" "D" "2" "R89-588-895-900 . 0.009
"19549019" "D" "2" "R8B9-588-900-905 y 0.050
"19540020" "D" "2" "R89-588-905-910 s 0.023
"19540021" “D" "2" "R89-588-910-915 g ©.049
"19540022" "D" "2" "R89-588-915-920 . 0.036
"19540023" “D" "2" "R89-588-920-925 . 0.060
"19540024" "D" "2" "R89-588-925-930 i 0.085
"19540025" "D" "2" "R89-588-930-935 . 0.096
"19540026" "D" "2" "R89-588-935-940 . 0.052 gus - 935
"19540027" "D" "2" "RB9-588-946-945 . 0.095 r ‘
"19540028" "D" "2" "R89-588-945-950 . 0.021 |20 @ 08O
"19540029" "D" "2" "RB9-588-950-955 . 0.021
"19540031" “D" "2" "RB9Y~588-955-960 . 0.020
"19540032" "D" "2" "R89-588-960-965 . 0.049
"19540033" "D" "2" "RB9-588-965-970 B 0.052
"19540034" "D" "2" "R89-588-970-975 . 0.025 |
"19540035" "D" "2" "R89-588-975-980 L 0.009
"19540036" "D" "2" "R89-588-980-985 u 0.006
"19540037" “D" "2" "R89-588-985-990 . 0.003
"19540038" "D" "2" "RB9-588-990-995 b 0.012
"19540039" "D" "2" "R89-588-995-1000 . 0.019

|IEND'|




8

130 Pemberton Ave.
North Vancouver, B.C.
V7P 2R5

or
P.O. Box 8059
Blaine, WA. 98230

Phone (604) 985-0681
or (702) 331-1813
Fax (604) 985-1071
Telex 04-352667

Please analyze by

Comments

SUBMITTAL FORM

1A-625 Spice Island Dr.
Sparks, Nevada 89431
(702) 359-9330

12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404

243 Catlin St.
Missoula, Montana 59801
(406) 721-4452

37 Sherman St.
Deadwood, S.D. 57732
(605) 578-1903

Assay (% ore grade) [

LAB. REPORT NO._U'7 -3 [“1Y

c/o Lerch Brothers

4th Ave. W. at Grant St.
Hibbing, Minn. 55746
(218) 262-5003

6631 Wes Way
Anchorage, Ak. 99518
(907) 561-0909

136 Industrial Road
Whitehorse, Yukon Territory
Y1A 2V1

(403) 667-6523

Geochemical (ppm, trace level) [

Type of Samples Sr;r%p(l)és Sam?lseerr;lgsr;lbers Elements to be Analyzed Remarks
L'\- y 4 \ e | \ L = / o i D 4,
/ s o A
N Fé « - M §
7~ § 7 Prepaid [J
ey S0 i i A ¥/
Total No. Samples Date Shipped / Collect O

Date Rec’d at Bondar-Clegg

No. Parcels in Shipment

PLEASE CHECK .- BELOW

PULPS

Free storage until year end and then discarded unless
marked below.

REJECTS
(COARSE OVERSIZE)

Free storage for 60 days and then discarded unless
marked below.

Return immediately O Return collect immediately O
Return collect after 60 days O ik &
Store to January at a cost of $10/box
Results and Invoices To Be Sent To
(You will then be contacted) (approx. 1 cu. ft.) -
=L v, O Results
/ ) 2 2NN/ i ) A "x;/ a /’/‘ / O Invoice
Samples submitted by LI /' (for payment)
Shipment number U Results
O Invoice
(copy)
Y . ALY N 4 N P
Client project number _/ \ (OO e I = 4/
0 Results
[J Invoice
Purchase order number (copy)
Printed in Canada White - Send with Samples Yellow - Client Copy




8

130 Pemberton Ave.
North Vancouver, B.C.
V7P 2R5

or

P.O. Box 8059

Blaine, WA. 98230

1A-625 Spice Island Dr.
Sparks, Nevada 89431
(702) 359-9330

243 Catlin St.
(406) 721-4452
12980 West Cedar Dr.

Lakewood, Colorado 80228
(303) 989-1404

37 Sherman St.

Phone (604) 985-0681
or (702) 331-1813
Fax (604) 985-1071
Telex 04-352667

(605) 578-1903

Please analyze by Assay (% ore grade) /@

Comments

SUBMITTAL FORM

Missoula, Montana 59801

Deadwood, S.D. 57732

—

OC) 2iCi=] A
LAB. REPORT NO.UUD [ ~ DD £

clo Lerch Brothers 6631 Wes Way
4th Ave. W. at Grant St. Anchorage, Ak. 99518
Hibbing, Minn. 55746 (907) 561-0909

(218) 262-5003

136 Industrial Road
Whitehorse, Yukon Territory
Y1A 2V1

(403) 667-6523

Geochemical (ppm, trace level) [J

Type of Samples Sr:r?{p(l)és Sam;()lsee:\::sr;\bers Eljzments to be Analyzed Remarks
B Lk 2® K =% A
< /0 -0/5
S05-5/0
R G G Jod :
Total No. Samples é;? . Date Shipped // =¥ P4 ot // (P:flr;'? g

No. Parcels in Shipment

PLEASE CHECK .~ BELOW

REJECTS
(COARSE OVERSIZE)

Free storage for 60 days and then discarded unless
marked below.

Date Rec’d at Bondar-Clegg

PULPS

Free storage until year end and then discarded unless
marked below.

Return immediately 0 Return collect immediately O
Return collect after 60 days O Retum collect at year end =
Store to January at a cost of $10/box
(You will then be contacted) (approx. 1 cu. ft.) O Results and Invoices To Be Sent To
/ ) ) I /k"l T ,/ ) Results
Samples submitted by A /f "*"}}\’"//{) (}/“\j ‘_,/"'f(\ / /7 / 1/ L) Invoice

Shipment number

(for payment)

[J Results

Client project number

[J Invoice

(copy)

Purchase order number

[J Results

[J Invoice

(copy)

Printed in Canada

White - Send with Samples

Yellow - Client Copy



LAB. REPORT NO.2 /-

B

BONDAR-CLEGG

130 Pemberton Ave.

North Vancouver, B.C.

V7P 2R5

or

P.O. Box 8059
Blaine, WA. 98230

Phone (604) 985-0681
or  (702) 331-1813
Fax (604) 985-1071
Telex 04-352667

Please analyze by

Comments

SUBMITTAL FORM

1A-625 Spice Island Dr.

Sparks, Nevada 89431
(702) 359-9330

12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404

243 Catlin St.
Missoula, Montana 59801
(406) 721-4452

37 Sherman St.
Deadwood, S.D. 57732
(605) 578-1903

Assay (% ore grade))'sfl

c/o Lerch Brothers

4th Ave. W. at Grant St.
Hibbing, Minn. 55746

(218) 262-5003

136 Industrial Road

Whitehorse, Yukon Territory

Y1A 2V1
(403) 667-6523

6631 Wes Way
Anchorage, Ak. 99518
(907) 561-0909

Geochemical (ppm, trace level) [

Type of Samplels S':r?{p?és ‘ Sam;zlsee:\ll:srrbers Elemer}ts to be Analyzed Remarks
W /7 y A— il 7 )7 d
\// /4 = ) e 2
LE WA K/ X7 - 5K SHA
= 1 Vg a
‘\;_1/,,( ) - ‘\/'//g_)
=
R/0-5/SS
/ 4 / -
o~y e [C .
/ox ) ,{// Prepaid [
Total No. Samples Date Shipped ’// R —— ,7 Collect [

No. Parcels in Shipment

Date Rec'd at Bondar-Clegg

PLEASE CHECK . BELOW

REJECTS
(COARSE OVERSIZE)

Free storage for 60 days and then discarded unless
marked below.
Return immediately

Return collect after 60 days

Store to January at a cost of $10/box

(You will then be contacted) (@pprox. 1 cu. ft.)

—

/ LA AP/L77) /
4 /// )~ {f{ /ﬁ‘(// A/

Samples submitted by \/

PULPS

Free storage until year end and then discarded unless
marked below.

= Return collect immediately O
- Return collect at year end (8
0 Results and Invoices To Be Sent To
/ P O Results
/
Y // /#{V/ O Invoice

Shipment number

(for payment)

[J Results

Client project number

[0 Invoice

(copy)

Purchase order number

[J Results

[J Invoice

(copy)

Printed in Canada

White - Send with Samples

Yellow - Client Copy



ol
B
BONDAR-CLEGG

130 Pemberton Ave.
North Vancouver, B.C.

LAB. REPORT No_D&7 - 21759.Y

SUBMITTAL FORM

1A-625 Spice Island Dr.
Sparks, Nevada 89431

243 Catlin St.
Missoula, Montana 59801

c/o Lerch Brothers
4th Ave. W. at Grant St.

6631 Wes Way
Anchorage, Ak. 99518

V7P 2R5 (702) 359-9330 (406) 721-4452 Hibbing, Minn. 55746 (907) 561-0909
or (218) 262-5003
P.O. Box 8059

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404

37 Sherman St.
Deadwood, S.D. 57732
(605) 578-1903

Blaine, WA. 98230 136 Industrial Road
Whitehorse, Yukon Territory
Y1A 2V1

(403) 667-6523

Phone (604) 985-0681
or  (702) 331-1813
Fax (604) 985-1071
Telex 04-352667 >

Please analyze by Assay (% ore grade) X Geochemical (ppm, trace level) [

Comments

f Type of Samples Sr:r%p(l)és Sam?lseiarr}l:sr;\bers Elements to be Analyzed Remarks
4
7 T A - e 7 /
~ \ /i ) L/ & P ~
1 ( )2 ) i K 3D i o
7 e X iR o W I g
. 3 Prepaid [J
Total No. Samples Date Shipped o W A P Collect [
No. Parcels in Shipment Date Rec’d at Bondar-Clegg [ [ = S, e
PLEASE CHECK . BELOW
REJECTS PULPS

(COARSE DVERSIZR) Free storage until year end and then discarded unless

low.
Free storage for 60 days and then discarded unless ol gl
marked below. . : . Return collect immediately O
Return immediately O

i R | O
Return collect after 60 days =] st e

Store to January at a cost of $10/box

(approx. 1 cu. ft.) 0 Results and Invoices To Be Sent To

(You will then be contacted)

) ) / [J Results
) 3 | U/ Ve (L i 'S A W s ] l' O Invoice
Samples submitted by - L~ /4 /)i <V \ (for payment)

[J Results

[J Invoice
(copy)

Shipment number

Client project number

[J Results
[J Invoice

Purchase order number

Printed in Canada

White - Send with Samples

Yellow - Client Copy

(copy)
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i A 4;_,-» Contractor Coordinates Project - Hole No. RE1-592
}/// Orilt Tyoe Casing Dopth State Sheet_Z _of é
Hole Size Boaring __ . Inclination_ Date Started Propartly
Cellar Elgv. Final Doptih Date Completed Hole Surveyed
. GRAPHIC LOGS “ocanon . GEOLOGIC NOTES
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DRAL CUTTING LOG

Coordinates Project —— Wole No._ RE7-592
Drilt Type Casing Depth State sheet_4 of <
Holo Size Bearing Inclination Date Started Property
Collar Elev. Fine! Deoth Date Completed Hole Surveyed
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Contractor Coordinates Project — Hole No. @831599\
Drill Yype Casing Depth State Sheet 5:'.@..
Hole Stze ___ Bearing_________ inclingtion Date Started Property
Collar Elev. Final Dooth Date Completed Hole Surveyed
. GRAPHIC LOGS oCATan ' QEQLOGIC NOTES
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Bondar-Clegg, Ire-

12980 West-Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404

Geochemical
Lab Report

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: D893-31960.4 ( COMPLETE )

AJ | REFERENCE INFO: NONE LISTED Aj:]

CLIENT: BROHM MINING CORP.
PROJECT: R89-592

SUBMITTED BY: J. BARRON
DATE PRINTED: 12-0CT-89

NUMBER OF LOWER
ORDER ELEMENT ANALYSES  DETECTION LIMIT EXTRACTION METHOD
1 Au Gold 5] 0.002 0PT Fire Rssay
SARMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER
D DRILL CORE 63 2 -150 65 Assay Prep 65

Sample Pickup 1

REMARKS: Final results are reported.

REPORT COPIES TD: MR. JIM BARRON
MR. JIM BARRON

INVOICE TO: MR. JIM BARRON




Bondar-Clegg, Ing, ical
12980 West Ceddar Dr. Geoche
Lakewood, Colorado 80228 Lab Report
(303) 989-1404

BONDAR-CLEGG

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

TED: 12-0CT-89
REPORT: D89-31960.4 | PROJECT: RA89-592 PAGE 1

SAMPLE ELEMENT fu SAMPLE ELEMENT Au
NUMBER UNITS oPT NUMBER UNITS 0PT
D2 R89-592-0-5 (0.002 D2 RB9-592-200-205 0.007
D2 R89-592-3-10 0.007 D2 R89-592-205-210 0.009
D2 R89-592-10-15 0.003 D2 R89-592-210-215 0.019
D2 R89-592-15-20 (0.002 D2 R83-392-215-220 0.016
D2 R89-592-20-25 0.006 D2 R89-592-220-225 0.015
D2 R83-392-25-30 0.010 D2 R83-592-225-230 0.011
D2 R89-592-30-35 {0.002 D2 RA9-592-230-235 0.022
D2 R89-592-35-40 0.003 D2 RB9-592-235-240 0.021
D2 R89-592-40-45 0.002 D2 R83-592-240-245 0.019
D2 R83-592-45-30 (0.002 D2 R89-592-245-250 0.026
D2 R89-592-50-35 0.013 D2 R89-592-250-255 0.068
D2 R89-392-53-60 0.008 D2 R83-592-255-260 0.042
D2 R89-592-60-65 0.020 D2 R89-592-260-265 0.036
02 R89-592-65-70 (0.002 D2 R89-592-265-270 0.022
D2 R89-392-70-75 0.032 D2 RB9-592-270-275 0.036
D2 R89-592-75-80 0.003 D2 R89-592-275-280 0.010
D2 R89-592-80-85 0.018 D2 R89-592-280-285 0. 006
D2 R89-592-85-90 (0.002 D2 R89-592-285-290 0.037
D2 R89-592-90-93 {0.002 D2 R89-592-290-295 0.008
D2 R89-592-95-100 0.018 D2 R89-592-235-300 0.006
D2 R89-592-100-105 0.045 D2 R89-592-300-305 0.005
D2 R89-592-105-110 (0.002 D2 R89-532-305-310 0.010
D2 R89-392-110-115 0.018 D2 R89-392-310-315 0.028
D2 R83-592-115-120 0.024 D2 R83-592-315-320 0.026
D2 R89-592-120-125 0.018 D2 R89-592-320-325 0.013
D2 R89-592-125-130 0.022
D2 R83-592-130-135 0.015
D2 R83-592-135-140 0.012
D2 RB9-592-140-143 0.014
D2 R89-392-143-130 0.010
D2 R89-592-150-155 0.017
D2 R83-392-155-160 0.008
D2 R89-592-160-165 0.014
D2 R89-392-165-170 0.020
D2 R89-392-170-175 0.021
D2 RA3-392-175-180 0.015
D2 R89-592-180-185 0.017
D2 R89-392-185-190 0.017
D2 R89-592-190-195 0.007

D2 R89-592-195-200 0.009







»

Bondar-Cgg, Inc. :
12980 West Cedar Dr. Geochemical
Lakewood, Colorado 80228 Lab Report
(303) 989-1404
BONDAR-CLEGG
A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES
REPORT: D89-31961.4 ( COMPLETE ) | | REFERENCE INFD: 325-600
CLIENT: BROHM MINING CORP. SUBNITTED BY: J. BARRON
PROJECT: RA89-592 DATE PRINTED: 12-0CT-89
NUMBER OF LOWER
ORDER ELEMENT ANALYSES  DETECTION LIMIT EXTRACTION METHOD
1 Au Gold 35 0,002 OPT Fire Assay
SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER
D DRILL CORE 55 2 -150 55 Assay Prep 55
Excessive Wetness 836
Sample Pickup 1
REMARKS: Final results are reported.
REPORT COPIES TO: MR. JIM BARRON INVOICE TO: MR. JIM BARRON

HR._JTN BARRON




Bondar-Clegg, Inc. .
s e Geochemical
Lakewood, Colorado 80228 Lab Report
(303) 989-1404
BONDAR-CLEGG
A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES
TE DPRINTED: 12-0CT-89

REPORT: D83-31961.4 PROJECT: RA3-592 PAGE 1

SAMPLE ELEMENT  Au SAMPLE ELEMENT  Au

NUMBER UNITS 0PT NUMBER UNITS 0PT

D2 R89-592-325-330 0.009 D2 R89-592-525-530 0.010

D2 R89-392-330-335 0.004 D2 RA3-592-530-535 0.002

D2 R89-592-335-340 0.009 D2 R83-592-535-540 0.003

D2 R89-532-340-345 0.003 D2 RBI-592-540-545 0.010

D2 R89-592-345-350 {0.002 D2 R89-592-545-550 0.008

D2 R89-592-350-355 0.002 D2 RB9-392-5350-555 0.004

D2 R89-592-355-360 {0.002 D2 RB9-592-555-560 0.003

D2 R89-592-360-3635 {0.002 D2 R89-592-560-565 0.004

D2 R89-592-365-370 0.009 D2 RA9-592-565-570 0.005

D2 R89-592-370-375 0.007 D2 R83-592-570-575 0.003

D2 R89-592-375-380 0.003 D2 RB3I-592-575-580 0.003

D2 R89-592-380-385 0.002 D2 R89-592-580-385 (0.002

D2 RB9I-592-385-3%0 0.003 D2 RA89-592-585-590 0.004

D2 RA89-592-390-395 0.0035 D2 R89-592-590-395 0.004

D2 RB9-592-395-400 0.008 D2 R89-592-595-600 0.003

D2 R89-592-400-405 0.006

D2 R89-592-405-410 0.004

D2 R89-592-410-415 0.002

D2 R89-592-415-420 0.002

D2 RA9-592-420-425 0.005

D2 R89-592-425-430 0.005

D2 RA9-592-430-433 0.003

D2 R89-592-435-440 0.003

D2 R89-592-440-445 0.006

D2 R89-592-445-450 0.003

D2 R89-392-450-455 0.0035

D2 R89-592-455-460 0.002

D2 R89-592-460-465 {0.002

D2 R89-592-465-470 {0,002

D2 RB9-592-470-475 0.003

D2 R89-592-475-480 0.002

D2 R89-592-4B80-485 0.004

D2 R89-592-485-490 0.003

D2 R89I-392-490-495 0.003

D2 R89-592-495-500 0. 005

D2 R89-592-500-505 0.002

D2 R89-592-505-510 0.011

D2 R89-392-510-515 0,015

D2 R89-592-515-520 0.005

D2 R89-592-520-525 0.004
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Bondar-Clegg, Inc. Geochemical
12980 West Cedar Dr. he
Lakewood, Colorado 80228 Lab Report
(303) 989-1404

BONDAR-CLEGG

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: D89-31965.4 ( COMPLETE ) | | REFERENCE INFO: 600-900
CLIENT: BROHM MINING CORP. SUBMITTED BY: J. BROHM
PROJECT: R89-592 DATE PRINTED: 16-0CT-89
NUMBER OF LOWER
ORDER ELEMENT ANALYSES  DETECTION LIMIT EXTRACTION METHOD
I Au Gold 59 0.002 0PT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 3 2 -150 39 fAssay Prep 58

REMARKS: Final results are reported

REPORT COPIES TO: MR. JIM BARRON INVOICE TO: MR. JIM BARRON

MR. JIM BARRON
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Bondar-Clegg, Inc. .
12980 West Cedar Dr. Geochemical
Lakewood, Colorado 80228 Lab Report

(303) 989-1404
BONDAR-CLEGG
A DIVISION OF INCHCAPE INSPECTION & TESTING SER\'IfES
. 1=-29
REPORT: D89-31965.4 ] 'PROTECT: RA9-592 ' PAGE 1
| 4
SAMPLE ELEMENT Au SAMPLE | ELEMENT .. Au
NUMBER UNITS 0PT NUMBER ONITS = opT V1 7
D2 R89-592-600-605 0.004 D2 R89-592-800-805 0.003
D2 R83-592-605-610 0.004 D2 R89-592-805-810 {0,002
D2 R83-592-610-615 0.007 D2 RB9-592-810-815 0.002
D2 R89-592-615-620 0.007 D2 R89-592-815-820 0.003
D2 R&I-592-620-625 0.004 D2 R89-592-820-825 0.007
D2 R89-592-625-630 0.008 D2 R83-592-825-835 COMP  0.005 [
D2 R89-592-630-635 0.003 D2 R89-592-835-840 0,006
D2 R89-592-635-640 0.003 D2 R89-592-840-845 0.009 ;
D2 R89-592-640-645 0.006 D2 RB9-592-845-850 0.011 ,
D2 R89-592-645-650 0.010 D2 R89-592-850-855 0.004 ;
D2 R89-592-650-655 0.044 D2 R89-592-855-860 0.004 ;
D2 R89-592-655-660 0.009 D2 R89-592-860-865 0.004 |
D2 R89-592-660-665 0.012 D2 R89-592-865-870 (0. 002 l
D2 R89-592-665-670 0.048 D2 R89-592-870-875 0.006 ;
D2 R89-592-670-675 0. 041 D2 R83-592-875-880 0,004 ‘
D2 R89-592-675-680 0.008 D2 RA3-532-880-885 0.004
D2 R89-592-680-685 0.044 D2 R89-592-885-890 0.004
D2 R89-592-685-690 0.004 D2 R89-592-890-895 {0.002
D2 R89-592-690-695 0.006 D2 RB9-592-895-900 (0,002
D2 R89-592-695-700 0.003
D2 R89-592-700-705 0.033
D2 R89-592-705-710 0.005
D2 R89-592-710-715 0.002
D2 R83-592-715-720 0.004
D2 R89-592-720-725 0.009
D2 R89-592-725-730 (0,002
D2 R8I-592-730-735 0.016
D2 R89-592-735-740 0.035
D2 R89-592-740-745 0.002
D2 R89-592-745-750 0.003
D2 R89-592-750-755 (0,002
D2 R89-592-755-760 {0.002
D2 R89-592-760-765 {0,002
D2 R89-592-765-770 0.002
D2 R89-592-770-775 (0. 002
D2 R89-592-775-780 0.007
D2 R89-592-780-785 0. 006
D2 RA9-592-785-790 0.005
D2 R89-592-790-795 0.005

D2 R89-392-795-800 0.002







Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 9894404

Geochemical
Lab Report

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: D89-31975.4 ( COMPLETE )

I I REFERENCE INFO: 300-985

CLIENT: BROHM WINING CORP.
PROJECT: R83-392

SUBMITTED BY: J. BARROR
DATE PRINTED: 19-0CT-89

NUMBER OF LOWER
ORDER ELEMENT ANALYSES  DETECTION LIMIT EXTRACTION METHOD
1 Au Gold 17 0.002 OPT Fire Rssay
SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS HUMBER
D DRILL CORE 17 2 -150 17 fssay Prep 17
Excessive Wetness 268
Sample Pickup 1

REMARKS: Final results ave reported.

REPORT COPIES TO: MR. JIM BARRON

INVOICE TO: MR. JIM BARRON
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Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989404 .

>

REPORT: D83-31975.4

B

L
)
m‘m

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES
DATE PRINTED: 13-0CT-83

Geochemical
Lab Report

PROJECT: R89-592

PAGE 1

SAMPLE ELEMENT
NUMBER UNITS

Au
0PT

¥ =

b2 R89-592-900-905
D2 R83-592-905-910
D2 R89-592-910-915
D2 R893-592-915-920
D2 R89-592-920-925

0.006
0.003
0.003
0.004
0.005

r'J
LAal A 7 am

D2 R83-592-923-930
D2 R89-592-930-935
D2 R89-552-935-940
D2 R89-592-940-945
D2 R83-592-943-950

0.003
0.003
0.005
0.011
0.036

D2 RE9-592-950-955
D2 R89-592-955-960
D2 R89-592-960-963
D2 R89-592-965-970
D2 R83-592-970-975

0.065
0.037
0.013
0.005
0.007

D2 R89-592-975-980
D2 RA9-592-980-985

0.012
0.018
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"TITLE 12-10-89 15:38:13 D89~31960.
"CLIENT BROHM MINING CORP.

"PROJECT RB9~59
"SPECIAL VALUES

2

#SAMPLES

" IS Insufficient Sample"

" -9 No Value Recorded"

" Values above the upper limit are
" Values below the lower limit are

"DETERMINATIONS

4 J.

65 REFERENCE:

shown as
shown as

BARRON

+uplimt"
~lolmt

& ELNAME METHO ECO UNI #SAM LOLMT UPLIMT COMMENTS"

" 01 Au Fa
"SAMPLE PREPS"

" 40 SAMPLE TYPE=D

" 41 P1l7= 65
" 42 P23= 1
"REMARKS"

OPT

DRILL CORE
Assay Prep
Sample Pic

" 50 Final results are reported.

ok % % % 1

kup

"FORMAT (AB,1X,A1,A1,1X,A20,1(1X,A7,A1))"

HBEGIN " IlTypell
"19600002" "D"
"19600003" "D
"19600004" "D"
"19600005" "D"
"19600006" "D"
"19600007" "D"
"19600008" "D"
"19600009" "D"
"19600010" "D"
"19600011" "D"
"19600012" "D"
Y19600013" "p*
"19600014" "D"
wi9690015" "p»
"19600016" “D"
"19600017" "D"
"i196@0018" "D"
"19600019" "D
"19600020" "D"
"19600021" "D"
r19600022" “p"
"19600023' “p*
"19600024" "D"
"19600025" "D"
"19600027" "D"
"19600028" "D"
"19600029" "D"
"19600030" "D"
19600031 "p*
"19600032" "D"
"19600033" "D
"19600034" "D
"19600035" "D"
"19600036" "D"
"19600037" "D"
"19600038" "D
"19600039" "D
"19600040" "D"
"19600041" "D"
"19600042" "D
"19600043" "DV
"19600044" "D
"19600045" "D
H1QEGAAGBAR N WAN

YFrac"

lI2I|
II2II
|I2|I
Il2ll
II2II
||2II
II2II
I|2Il
I|2H
II2H
ll2ll
II2I|
Il2ll
II2||
I|2I|
II2|I
IIZII
IIZII
II2II
II2II
II2|I
II2II
II2II
II2II
II2I|
II2II
ll2|l
||2||
ll2ll
0I2||
|I2I|
’I2I|
H2I0
Il2"
ll2|l
H2II
ll20l
H2ll
ll2lt
II2II
Il2"
ll2|l
llzll
IIQII

"Sample ID"
"R89~-592-0~5
"R89~-592~5-10
"R89~592~-10-15
"R89~-592~15-20
"R89~592-20-25
"R89-592~-25-30
"R89~592~30~35
"R89-592~35-40
"R89~-592-40~-45
"R89~592-45-50
"R89~-592-50~55
"R89~592~55~60
"R89-592-60-65
"R89~592~-65~-70
"R89~592~70-75
"R89~592~75~-80
"R89~592~-80-85
"R89~592~-85~90
"R89~-592~90-95
"R89-592-95~100
"R89~592~100~105
"R89~592-~105~-110
"R89-592~110-115
"R89~592~115~-120
"R89~-592-120~125
"R89~-592-125~-130
"R89-592~-130-135
"R89~-592~135~140
"R89-592-140-145
"R89-592~145-150
"R89~-592-150~-155
"R89-592-155-160
"R89-592~-160-165
"RB9~592-~165~-170
"R89~592-170-175
"RB89~592-175~180
"R89~-592-180~185
"RB9~592-~185-190
"R89~592~190-195
"RB89~592~195~-200
"RB9~6592~200-205
"R89~592-205~-210
"R89-592-210~215
U ECY i EGD s DA B DI DK

Au"
-0.002
0.007
0.005
-0.002
0.006
0.010
-0.002
0.003
0.002
-0.002
9.013
0.008
0.020
~-0.002
0.032
0.003
0.018
-0.002
-0.002
0.018
0.045)
-0.002
©2.218 4 Joo-\3o
0.024
0.018
0.022
2.015
0.012
0.014
0.010
- 0.017
0.008
0.014
0.020
0.021
2.015
0.017
0.017
0.007
0.009
0.007
0.009
0.019
A 016

o- LS

o -5

1LsS- 1S

03/10/89"

NONE LISTED

65 0.002 99.999 Results Reported

W/

5 @

\
\O

(ie not detected)"

.020

@
.032

o' Q@ ~ome .02\

@ 050



"19600047" "pn "2" "R89-~-592~220-225 " 0.015

"19600048" npt "2" "RB9-6592-225-230 ! .011

"19600049" npn 2" "RBY-592~-230-~235 " 0.022

"19600059" "p" "2" "R89~-592-235-240 ! w.021

"19600052" "p" "2" "R89-~-592-240-245 ! @.019

"19600053" "p" "2" "RBI9~-592~-245-250 ! 0.926 AT
119600054 "p" "2" "RBY~-5I92-250-255 ! b.068 bo\(g ,an
"1960@055" "p" "2" "RBY~592-2565~260 ' 0.042

"19600056" "D" "2" "R89-592~260-265 . D.036

"19600057" "p" "2" "R89~592~-266~270 ! B.022

"19600058" "D" "2" "R89~592~270-275 " 0.936

"19600059" "p"* "2" "R8Y-592~-275-280 " D.010

"i196@0060" "D" "2" "R89-592-280-285 ! 0.006

"i196@0061" "D" "2" "R89~592~-285-~290 i @.037_J

"196@0062" "D" "2" "R89~-592-290-295 " 0.008

"19600063" "D" "2" "R89~-592~295-300 " @.006

"19600064" "D" "2" "R89-592-300-305 " ®.005

"19600065" "D" "2" "R89~-592-306~310 ! ®.010 .
"i19¢6@00606" "D" "2" "R89-592-310-315 " 0.0287& 2310 - 320 \0 @ 0aTF
"19600067" "D" "2" "R89-592-315-320 ! @.026

"196@0068" "D" "2" "R89~-592~320~-325 ! 0.013

I|ENDII




"TITLE 12-19~89 15:27:36 D89-31961.4 J. BARRON 05/10/89"
"CLIENT BROHM MINING CORP. "

"PROJECT R89-592 #SAMPLES: 55 REFERENCE: 325-600

"SPECIAL VALUES"

" IS Insufficient Sample"

* ~9 No Value Recorded"

" VYalues above the upper limit are shown as +uplimt"

" Values below the lower limit are shown as ~lolmt {(ie not detected)"
"DETERMINATIONS"

" ELNAME METHO ECO UNI #SAM LOLMT UPLIMT COMMENTSY

" 01 Au Fa orPT 55 0.002 99.999 Results Reported "
"SAMPLE PREPS™

" 49 SAMPLE TYPE=D DRILL CORE "

" 41 P17= 55 Assay Prep "

" 42 P64= 836 Excessive Wetness "

" 43 P23= 1 Sample Pickup "

"REMARKS™"

" 59 Final results are reported. "

11 % % % % It

"FORMAT (AB,1X,A1,A1,1X,A20,1(1X,A7,A2))"

"BEGIN " "Type" "Frac" "Sample ID" " Aut
"1961060021" "D" "2" "R89~592~325~330 " 2.009
"1961@0063" "D "2" "RBI~592~330~335 " P.004
"19610004" "D" "“2" "RB89-592-336~340 " 2.009
"19619005" "D" "2" "R89-592~340-345 " 0.003
"1961@0086" "D" “2" "RBY9-592-345-350 " -0.002
“19610007" "D'" "2" "RB9Y9~-592-35@4-355 ! 9.002
"19610008" “D" "2" "R8Y~592~-355-360 " -9.002
"196190609" "D" "2" "RBI9~-592~360~-365 " -0.002
“i19%61001e" "D" "“2" "RB9-592~-365-370 " 2.009
"1961@0611" "D "2" "R89-592-370~375 " Q.007
"196169012" "D" "2" "RB89~-592~375-380 " 2.003
"19610013" “p" "2" "R8Y-~592~-380-385 " @.002
"19610014" "DB" "2 "RB89-592~385~-390 " 2.003
*19610615" "D" "2" "RB89-592~-390~-395 " 2.005
"i9612¢916" "D" "2" '"RB89-592-395-400 " 3.008
“19610@17" "D'" "2" "RBI~592~400-405 " @.006
"i19619018" "D" "“2" "R89-592~405-410 " B.004
"1961@019" "p* "2" "RB9~592~-410~415 " ®.0602
"i1961@@20" “"D" "2" "R89-592~-415-420 " 2.002
“19619021" "D "2" "RBY~592~-420-425 " 2.005
v1861@@22" "D" "2" "RB9-592~425-430 " ®.005
"19610023" "D" "2" "R89~-592~430~435 " 0.003
"19610024" "D" "2" "RB89~-592~435-440 " 2.003
19618025 "D" "2" "RB9~592~440-445 " ®.006
"18610026" "D" "2" "RB89~592-445-450 " .003
"19610028" "D" "2" "R89-592-450-455 " 0.005
"19616029" D" “2" "RB9-592~-455~460 " 9.002
"“19610030" "D "2" "RBY9~592~-460-465 " -0.0602
"1961031" "p" "2" "RBY~-592-465-470 " -0.002
"1961@032" "D" "2" "R89-592~470-475 H 0.003
"1961@@33" “p" "2" "RB9~-6E92-475-480 " .002
"19616034" vupn "2" "RB9~-592-480-485 " ©.004
"19610935" D" "2" "RB9-592~485-490 " 9.003
"196190036" "D" M"2" "RB8Y~592-490-495 " 2.003
"19610037" "D" "2" "R8Y-592-495-500 " ©.005
"19610¢038" "p" "2" "R89-592-500-505 " g.002
"19619@39" "D" "2" "RB89-592~-505-510 " 2.011
"19610040" "D" "2" "RBY9~-592-510-515 " 2.015
“i19610@e421" "D" "2" "RB9~-592~-515-520 " ®.005
"19610042" “D" "2" "R89~592-520~525 " p.004
"19618043" "D" "2" "RBY~592-525-530 " .010
"19610044" "D" "2" "RB9-592-530-535 " G.002

nH1Q&at1aaaemn . nonr HpAG KQ2 . KAK..540 H B 0B



TlYeloeqe!
"“196190047"
"1.9610048"
"196100649"
"19610050"
"19610051"
"19610053n
"19610054n
"19610065"
"19610056"
"19610857"
"19610058"
IIENDH

IID

IIDII
HD“
HOII
I|DI|
|IDII
|IDII
IlDII
IIDlI
IIDII
IlDlI
llDIl

Il2||

II2||
“2”
”2“
ll2l|
ll2ll
Il2ll
II2|I
I|2||
||2|l
II2II
I|2II

"RB89~592-540-545
"R89~592~-545-550
"R89~592~55p~555
"R89~592-565-560
"RB9~592-560~565
"R89~592-565~570
"R89~592~67¢~575
"R89~592-575-580
"RB9~592~-580~585
"RBI~592-585-590
"RB89~692-590~-595
"R89~592~-595-600

2.210
®.008
@.004
©.003
®.004
0.005
0.003
0.203
-8.002
.004
©.004
0.003



"TITLE 16-10-89 15:51:26 D89-~31965.4 Je< BR
"CLIENT BROHM MINING CORP.

"PROJECT R89~592 #SAMPLES: 59 REFE
"SPECIAL VALUES"

" IS Insufficient Sample"

" ~9 No Value Recorded"

" Values above the upper limit are shown as
" Values below the lower limit are shown as
"DETERMINATIONS"

d ELNAME METHO ECO UNI #SAM LOLMT UPLIMT

" 91 Au FA OPT 59 0.002 99.999
"SAMPLE PREPS"

" 40 SAMPLE TYPE=D DRILL CORE

" 41 P17= 58 Assay Prep
"REMARKS"

" 50 Final results are reported.

1 e % e e | K"

"FORMAT (AB8,1X,A1,A1,1X,A20,1(1X,A7,A1))"
"BEGIN " "Type" "Frac" "Sample ID" !
"19650001" "D" "2" "R89-592~-600-605 L
"19650002" D" "2" "R89-592-605-610 '
"19650003" "p" "2" "R89-592-610-615 i
"19650004" "D" "2" "R89-592~-615-620 &
"19650005" "D" "2" "R89-592~-620-625 L
"19650007" D" "2" "RB9-592~-625-630 .
"19650008" "D" "2" "R89-592-630-635 "
"19650009" "p" "2" "R89-592-635-640 "
"196500610" "D" "2" "R89-592-640-645 L
"1965@811" "D" "2" "R89-592-645-650 i
"19650012" "p©v "2" "R89-592-650-655 "
"19650013" "p" "2" "R89-~-592-655-660 &
"19650014" "pD" "2" "R89-592-660-665 e
"19650015" "pD" "2" "R89-592-665~670 i
"19650016" "D" "2" "R89-592-670-675 "
"19650017" "p" "2" "R89-592-675-680 "
"19650018" "D" "2" "R89-592-680-685 1
"19650019" "p" "2" "R89-592~685-690 "
"19650020" "D" "2" "R89-592-690-695 i
"19650021" "D" "2" "R89-592-695-700 L
"19650822" "D" "2" "R88-592-700-705 "
"19650923" "p" "2" "R89-592~-705~-710 L
"19650024" "D" "2" "R89-592~710-715 u
"19650025" "D" 2" "R89-592~715~720 h
"19650026" "D" "2" "R89-592-720-725 b
"i1965@0027" "D" "2" "RB89~592-725~730 "
"196508028" "“p" "2" "R89~-592~730-735 "
119650029" "pD" "2" "R89-592~-735~740 L
"19650030" "p" "2" "R89~-592-740-745 i
"19650032" "D "2" "R89-592~745-750 "
"19650033" "p" "2" "R8Y9-592~-750-755 "
"196500634" D" "2" "RB89~-592~755~760 "
"19650035" "p©" "2'" "R89~-592-760-765 "
"19650036" "D" "2" "“"RBY9-H92~-765~770 "
"1965@037" "p" “2" "“"R89~-592~770~775 o
"19650038" "Dp" "2" "RB89-592~775-780 i
"19650039" "p" "2" "R89-592~780~-785 L
"19650040" "p" "2" "R89-592~785-790 i
"19650041" "p" v2" "R89~-592~790-795 "
"19650042" “"p" 2" "R89-592~795~800 i
"19650043" "p" "2" "R89Y-592-800-805 i
196500944 vp" v2" "RB9-592-805-810 "

OHM 06/10/89"

RENCE: 600-900

+uplimt"
~lolmt (ie not detected)"

COMMENTS"
Results Reported "

"

Aull
0.004
0.004
0.007
0.007
0.004
0.008
0.003
0.003
0.006
0.010
0.044
0.009
0.012
0.048 .
0.041 (LLS-LES 20 @1_.035'
0.008
0.044
0.004
0.006
0.003 .
0.033 — —jo00 =706 s & .033
0.005
0.002
0.004
0.009
~0.002
0.016 )
9.035 — 13S-140 § e .o3¢
0.002
0.003
-0.002
-0.002
-0.002
0.002
~0.002
0.007
0.006
®.005
0.005
0.002
0.003
-0.002



119650045"
"19650046"
"19650047"
"19650048"
"19650048"
"19650050"
"19650051"
"19%650052"
"19650053"
."'19650054"
"19650055"
19650087
"19650058"
"19650059"
"19650060"
"196500661"
"l19656062"
|IENDII

IIDII

IIDH
IIDI‘
IIDII
IIDH
IIDII
|IDII
IIDII
IIDII
IIDII
IIDII
||DII
IIDII
IIDH
HDII
llDll
IlDH

II2|I

II2II
Il2l|
II2I|
II2I|
|I2II
I|2II
II2II
II2|I
l|2ll
II2II
II2II
|I2"
II2II
H2II
I|2II
Ol2ll

"R89~592~-810~-815
"RB9~592-815~820
"RB89-592~-820~825
"RB9~-592-826~835
"RB89~592-835-840
"RB9~-592~-840~-845
"RB9~582-845~-859
"RB9~592-850-855
"RB9~592~-855~-860
"R89~-592-860~865
"R89~-592~-8656~870
"RB9~592-870~875
"R89~692~-875~-880
"R89~-592-880~-885
"RB9~-592~-885~890
"RB89~-592~-890~895
"RB89~592-895~-300

0.002
0.003
@.007
0.005
0.006
®.009
.011
®.004
0.004
2.004
-0.002
2.006
2.004
©.004
2.004
~-0.002
~-6.002



e N

"TITLE 19-10-88 09:07:28 D89~-31975.4 J. BARRON ®9/10/89"

"CLIENT BROHM MINING CORP.

"PROJECT RB9-592 #SAMPLES: 17 REFERENCE: 900-985

"SPECIAL VALUES"

" IS Insufficient Sample"

" -9 No Value Recorded"

" Values above the upper limit are shown as

" Values below the lower limit are shown as

"DETERMINATIONS®"

" ELNAME METHO ECO UNI #SAM LOLMT UPLIMT

" 21 Au Fa OPT 17 0.062 99.999
"SAMPLE PREPS"

" 4% SAMPLE TYPE=D DRILL CORE

" 41 P17= 17 Assay Prep

" 42 P64= 268 Excessive Wetness

" 43 P23= 1 Sample Pickup
"REMARKS"

" 50 Final results are reported.
0o seow T

"FORMAT (AB8,1X,A1,A1,1X,R20,1(1X,A7,A1))"
"BEGIN " "Type" "Frac" "Sample ID" "
"19756001" "D" "2" "RB89~-592-900~-805 "
"19750@92" "D" "2" "R89~-592-905-310 "
"19750003" "D" "2" "R89-~592-910-915 "
"19750004" "D" "2v "R89~-592~915-920 "
"i975@005" "D'" "2" "R8Y~-592~920-925 "
"19750007" "D" "2" "R89~592-925-930 "
"19750@6@8" "np" "2" "R89-592-930-935 "
"19750009" "p©" "2" "R89-592~-935-940 "
"197%0010" "D" "2" "R89~592-940~-945 "
19750011 vp©u "2" "R89~-592-945-950 "
"19759012" "p" 2" M"R8Y~592~950~-955 "
"19750013" "p" "2'" YR89-582~955-960 "
"19750014" "D" "2" "R89-592~-960-965 "
"1975@015" vp" "2" "R89~-592~-965-970Q "
"197586016" "p'" "2" "R89~-592~970-975 "
"19750017" “D" "2" "R89~-592-975-98¢ "
"i1975p018" "p" "2" "R89-592~980-985 "
IIENDII

+uplimt®
~lolmt (ie not detected)"

COMMENTS"
Results Reported "

Aull
0.006
0.903
0.003
0.004
0.005
0.003
0.003
0.005
2.011
a. \
0 0ss( AUS-GL0 is@ <0k
@.037
@.013
@.005
0.007
0.012
0.018
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BO
BONDAR-CLEGG

130 Pemberton Ave.
North Vancouver, B.C.
V7P 2R5

or

P.O. Box 8059

Blaine, WA. 98230

i

1A-625 Spice Island Dr.
Sparks, Nevada 89431
(702) 359-9330

12980 West Cedar Dr.
Lakewood, Colorado 80228
Phone (604) 985-0681 (303) 989-1404
or (702) 331-1813

Fax (604) 985-1071

Telex 04-352667

Please analyze by

Comments

SUBMITTAL FORM

243 Catlin St.
Missoula, Montana 59801
(406) 721-4452

37 Sherman St.
Deadwood, S.D. 57732
(605) 578-1903

Assay (% ore grade)

LAB. REPORT NO\. X (- S/ &5/ -

clo Lerch Brothers

4th Ave. W. at Grant St.
Hibbing, Minn. 55746
(218) 262-5003

6631 Wes Way
Anchorage, Ak. 99518
(907) 561-0909

136 Industrial Road
Whitehorse, Yukon Territory
Y1A 2V1

(403) 667-6523

-~

Geochemical (ppm, trace level) [

Type of Samples sgr?{p?és Sam;zlseerr\ilgsr;wbers Elements to be Analyzed Remarks
1 v = )
. Prepaid [J
Total No. Samples Date Shipped CoIIpect Oe

No. Parcels in Shipment

Date Rec'd at Bondar-Clegg

77

y.
Y 4

PLEASE CHECK . BELOW

REJECTS
(COARSE OVERSIZE)

Free storage for 60 days and then discarded unless
marked below.

Return immediately O

Return collect after 60 days O
Store to January at a cost of $10/box

(approx. 1 cu. ft.) O

(You will then be contacted)

Samples submitted by G

Shipment number

Client project number

Purchase order number

PULPS

Free storage until year end and then discarded unless
marked below.
Return collect immediately 5

Return collect at year end

Results and Invoices To Be Sent To

[J Results

[J Invoice

(for payment)

Results

Invoice

(copy)

Results

Invoice

(copy)

Printed in Canada

White - Send with Samples Yellow - Client Copy



Comments

\

BONDAR-CLEGG

130 Pemberton Ave.

North Vancouver, B.C.

V7P 2R5

or

P.O. Box 8059
Blaine, WA. 98230

Phone (604) 985-0681
or  (702) 331-1813
Fax (604) 985-1071
Telex 04-352667

Please analyze by

SUBMITTAL FORM

1A-625 Spice Island Dr.
Sparks, Nevada 89431
(702) 359-9330

12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404

243 Catlin St.

Missoula, Montana 59801

(406) 721-4452

37 Sherman St.

(605) 578-1903

Assay (% ore grade)/f’ 4

Deadwood, S.D. 57732

LAB. REPORT NO

clo Lerch Brothers

4th Ave. W. at Grant St.
Hibbing, Minn. 55746
(218) 262-5003

136 Industrial Road
Whitehorse, Yukon Territory
Y1A 2V1

(403) 667-6523

S /5@ A

y
1 )

6631 Wes Way
Anchorage, Ak. 99518
(907) 561-0909

Geochemical (ppm, trace level) [J

Samples submitted by

Shipment number

Client project number

Purchase order number

REJECTS
(COARSE OVERSIZE)

PLEASE CHECK . BELOW

PULPS

Free storage until year end and then discarded unless
marked below.

Free storage for 60 days and then discarded unless
marked below.

Return immediately O

Return collect after 60 days

O

Store to January at a cost of $10/box

(You will then be contacted)

(approx. 1 cu. ft.) O

/
{

Type of Samples S’;r?w-p?;s Sam;()lszrr\iJ:STbers Elements to be Analyzed Remarks
L//
P i S
g
) Prepaid [J
Total No. Samples Date Shipped =7, > Collect [J
/12 /S 4
No. Parcels in Shipment Date Rec'd at Bondar-Clegg /&2~ # ’/

Return collect immediately O

Return collect at year end (]

Results and Invoices To Be Sent To

[J Results

/

[J Invoice

X
P

(for payment)

[0 Results

[J Invoice

(copy)

[J Results

[J Invoice

(copy)

Printed in Canada

White - Send with Samples

Yellow - Client Copy



b, ".&:Q-?:.‘J

B

BONDAR-CLEGG

130 Pemberton Ave.
North Vancouver, B.C.
‘V7P 2R5

or

P.O. Box 8059

Blaine, WA. 98230

Phone (604) 985-0681
or  (702) 331-1813
Fax (604) 985-1071
Telex 04-352667

Please analyze by

Comments

SUBMITTAL FORM

1A-625 Spice Island Dr.
Sparks, Nevada 89431
(702) 359-9330

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404

243 Catlin St.
Missoula, Montana 59801
(406) 721-4452

37 Sherman St.
Deadwood, S.D. 57732
(605) 578-1903

Assay (% ore grade) E]

c/o Lerch Brothers

4th Ave. W. at Grant St.
Hibbing, Minn. 55746
(218) 262-5003

136 Industrial Road
Whitehorse, Yukon Territory
Y1A 2V1

(403) 667-6523

NG ) '"",‘T N
LAB. REPORT NO.._ \ i1

6631 Wes Way
Anchorage, Ak. 99518
(907) 561-0909

Geochemical (ppm, trace level) [

Type of Samples Sr:r%pcl)és Sam[()lseerr\iléjsr?bers Elements to be Analyzed Remarks
¥ l 'i,,/ { ) \/
< ’( I &7 )a
)
N y , <

) |, 7 | \ ;
= A Tl B / Prepaid [
Total No. Samples Date Shipped -// / Collect O

No. Parcels in Shipment

REJECTS
(COARSE OVERSIZE)

Date Rec'd at Bondar-Clegg

PLEASE CHECK .~ BELOW

Free storage for 60 days and then discarded unless

marked below.

PULPS

Free storage until year end and then discarded unless
marked below.

Return immediately - Return collect immediately O
Return collect after 60 days O PYEUNST SRNCEl S e =
Store to January at a cost of $10/box
Results and Invoices To Be Sent To
(You will then be contacted) (approx. 1 cu. ft) ~
: L A7 4 [J Results
HNALLCAAS TIKOH] [ Invoice
Samples submitted by fo e Nl S N s ) (for payment)
Shipment number [J Results
O Invoice
) iy (copy)
KPG A /T LIV
Client project number /| [0 /7« [ A (UL (P4
y [J Results
] Invoice
Purchase order number (copy)
Printed in Canada White - Send with Samples Yellow - Client Copy




BONDAR-CLEGG

130 Pemberton Ave.
North Vancouver, B.C.
V7P 2R5

or

P.O. Box 8059

Blaine, WA. 98230

Phone (604) 985-0681
or  (702) 331-1813
Fax (604) 985-1071
Telex 04-352667

Please analyze by

SUBMITTAL FORM

1A-625 Spice Island Dr.
Sparks, Nevada 89431
(702) 359-9330

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404

243 Catlin St.
Missoula, Montana 59801
(406) 721-4452

37 Sherman St.
Deadwood, S.D. 57732
(605) 578-1903

Assay (% ore grade) [

c/o Lerch Brothers

4th Ave. W. at Grant St.
Hibbing, Minn. 55746
(218) 262-5003

136 Industrial Road
Whitehorse, Yukon Territory
Y1A 2V1

(403) 667-6523

LAB. REPORT NO

Bt /
LV8Y-23) ().,6"

6631 Wes Way
Anchorage, Ak. 99518
(907) 561-0909

Geochemical (ppm, trace level) []

Comments

No. of

Sample Numbers

Type of Samples Samples (Series) Elements to be Analyzed Remarks
y {
A A ) A\ >
o
oA
_ ;G Prepaid [
Total No. Samples Date Shipped C:j:)ear.‘,lt O

No. Parcels in Shipment

REJECTS
(COARSE OVERSIZE)

Date Rec’d at Bondar-Clegg

PLEASE CHECK . BELOW

Free storage for 60 days and then discarded unless

PULPS

Free storage until year end and then discarded unless
marked below.

marked below. sty Return collect immediately O
Return collect after 60 days U PO DO H
Store to January at a cost of $10/box
fStoa il it A1 b (approx. 1 cu. ft.) O Results and Invoices To Be Sent To
[J Results
[J Invoice

Samples submitted by

Shipment number

(for payment)

Results

Client project number

Invoice

(copy)

Purchase order number

Results

Invoice

(copy)

Printed in Canada

White - Send with Samples

Yellow - Client Copy
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y§ —--——""

Contractor

Coordinates

Project —— Hole No. R87-575
Drill Type Casing Depth State 3h00|._2_o'_§_/_
Hole Size Bearing Inclination_ Date Started Property
Collar Elev. Final Depth Date Completed Hole Surveyed
U
i GRAPHIC LOGS Coennion GEOLOGIC NOTES
% S|ALTERATION: s & % - § 5% .| & DESCRIPTION MINERALIZATION
- : L™ X > -
- . 3 i ,: x e E ROCK TYPE WMIERALOGY, ALTERAATION, TEXTURES, Wm aaatce e i
- e . & 3 § " GAAM 81ZE, FRAGMENY 8IZ8 v.m:c_..n..o.:.-:m. ' As Ae
~ ) [575-130 7 4 o
\: /
; | 178-200
| 7 s =20 7,
| | , [
| L
! | 20-225
Ii
" - r
@ : 270 — =50 77
| ; | 1248-250)]
!
i :
| 70-278
| |
T
WL -
| :
| =300 — '
1l | ‘ od 00— 0./ : W
L ( SHE—K0 I /A e 7
ML |
LAY |
L ; [320-325[
l ‘li s
A‘ 45-350

DRAL CUTTING LOO

Logged dy:




DR =

Contractor

Coordinzice Project - Hole No. K15
Drill Type Casing Depth State Sheet _3_of S
Hole Size Bearing Inclination Date Started Property
Collar Elev. Final Depth Date Completed Hole Surveyed
- GRAPHIC LOGS sk GEOLOGIC NOTES
z 3 ALTERATION S 2 8 3 § § §§ - H OESCRIPTION MINERALIZATION
2= o3 3 ol = * s 3 ROCK TYPE WINERALOBY, ALTERATION, TRXTURES, aar-sovea -~ S — ASSAY
g 3 83 § E GAAM 812€, FAAGMENY 8128 v:...'..::'..:.::..:... . Ae ['™
)| 2Rs0-359 7 14 [
1 1/ T
1 n
Ii 520-32 |
s J | ,
L Ul K 2 B0 =200 Vi~ 7
=
B 395~ 90
| 420-428
[ 5% |
W | 1
l HII L 1 ll 1
| L of? L a8 —SIS N <. ) =75/
I A10-978 i _ _
% . /S -S75 -
T | ‘ ’
LRI LATAAL \
| e 500
*‘ zo  X78-S30 /. 5 = 33D
il |

DRLL CUTTING LOG

Logged by:



) f 2 iy :”',‘ —
Contractor Coordinates Project - Hole No. /\ )
Drill Type Casing Depth State Shoﬂ_io'_;if_
Hole Size Bearing inclination_ Date Started Property
Collar Elev. Final Depth Date Completed Hole Surveyed
= GRAPHIC LOG pronbesy GEOLOGIC NOTES
3 sodduisidbiniod 5 E ¥ § § T DESCRIPTION MINERALIZATION
- o - - = - -
ge 033 » E: s 3 ROCK TYPE MNMERALOGY, ALTERATION, TEXTURES, w"‘.w““ R ASSAY
_‘ :‘ 3 b3 F § _E GAAN Bi12E, PRAGMENT 8128 Ve, 'anlumn . Aw e
e 160 ks 33 Ty o _ .
Lz Jop e 80— GRS e =, S — 6858 Cullide, v
. 545~
|
510'57'5 |
| S - -_
S/ € Che
207625 4
|
ISR |
AL T
W [ |
il i {5
1 d A o eSS — 205/ /x_7r &
W LE <
il P Zarse o 2
AL 5% |
| _—
= | Z T
i 2 =90 774
’/ — %5' PP i/«’ -
| | 5 S

DRRL CUTTING LOG

Logged dy:




-4

Contractor

A A
Coordinates Project . Hole No.
Drill Type Casing Depth State 3'\001_'5:_0'5._
Hole Size Bearing Inclination_ Date Started Property
Collar Elev. Final Deoth Date Completed Hole Surveyed
_ GRAPHIC LOG oyl GEOLOGIC NOTES
g‘iALYEﬂATION:::.'.‘.';' 3 g 3 § § §§ - § DESCRIPTION MINERALIZATION
-z °3% 3 J <z 8| ¥ |ROCK TYPE VINEAALOGY, ALTERATION, TEXTURES, g s e
L a - 3 wx = - Massive, Dissemingtes.
5 b3 5§ - . GAAM BIZE, FRAGMENY 8i2¢ Velatitl, Roplacement As Ao
| f /O 1 . JL € /" .\/\ & o ' N
| mi ‘05'—-.}323"7 Y ioe, F e,
| 7123
" =
L] 3 /V 3 Z’/)
1
- 77 = oL
| —
21077
] lis 3
WL
1 | [ "
1 l = " y Z
H1 % v v R 1 v fole TU & HS 25
|
|
L
N
l L.Ll 0.&

ORAL CUTTING LOO

Logged dy:




Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewogd, Coforado 80228
(303)989-1404

Geochemical
Lab Report

'
4 -
mm

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: D83-31976.4 ( COMPLETE )

REFERENCE INFO: 0-345

CLIENT: BROHM MINING CORP.
PROJECT: RA9-5935

SUBNITTED BY: J. BARROMN
DATE PRINTED: 23-0CT-89

NUMBER OF LOWER
ORDER ELEMENT ANALYSES  DETECTION LIMIT EXTRACTION METHOD
1 Au Gold &9 0.002 OPT Fire Assay
SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER
D DRILL CORE &9 2 -150 69 Assay Prep &9

Sample Pickup 1

REMARKS: Final results are reported.

REPORT COPIES TO: MR. JIM BARRON
MR. JIM BARRON

INVDICE TO: MR. JIM BARRON




Bondar-Clegg, Inc

12980 West Cedar Dr.
Lakewgad, €atorado 80228
(303)7989-1404

A DIVISION OF INCHCAPE INSPECTION &

Ele
Rg,ls 1 "Uclt ]

Geochemical
Lab Report

DATE PRINTED: m-nr‘r-nﬂ

r REPORT: DA83-31976.4 I % ' pnk 1
1 i pow | i
SAMPLE ELEMENT Au p ELEMENT Au__ J
NUMBER UNITS 0PT NUBBER : UNITS 0PT
o HORY
D2 R83-595-0-5 0.008 D2RRAI-595-200-205 {0.002
D2 R89-595-5-10 0.009 DELM!’-?N_—'W.'UUT’ e
D2 R89-595-10-15 {0,002 D2 R89-595-210-215 {0.002
D2 R89-595-15-20 0.002 D2 RB9-595-215-220 {0.002
D2 R89-535-20-25 (0. 002 D2 RA9-595-220-225 0. 002
D2 RA3-595-25-30 {0.002 D2 RB9-395-225-230 {0.002
D2 R89-595-30-35 {0,002 D2 RA89-595-230-235 (0. 002
D2 R89-595-35-40 0.005 D2 RA9-595-235-240 {0.002
D2 R89-595-40-45 0.006 D2 RBI-595-240-245 {0,002
D2 RA9-595-45-50 (0.002 D2 R89-595-245-250 0.004
D2 R89-595-50-55 0. 002 D2 R89-595-250-255 0. 002
D2 R89-595-55-60 {0.002 D2 RA9-595-255-260 {0.002
D2 R89-595-60-65 0.007 D2 RB89-595-260-265 0.008
D2 RA9-595-65-70 {0,002 D2 R89-595-265-270 {0.002
D2 RB89-595-70-75 {0.002 D2 RA9-595-270-275 {0,002
D2 RA9-595-75-80 {0.002 D2 R89-595-275-280 {0,002
D2 R89I-595-80-85 0.011 D2 RB9-595-280-285 0.002
D2 R89-595-85-90 0.002 D2 R89-595-285-290 0.010
D2 R89-595-90-95 {0.002 D2 R893-595-290-295 0.003
D2 R89-595-95-100 {0,002 D2 RA9-595-295-300 0.004
D2 R&9-595-100~105 {0. 002 D2 R&9-595-300-305 0.009
D2 R83-595-105-110 0.009 D2 R83-595-305-310 0.003
D2 R8I-595-110-115 0.008 D2 RA9-595-310-315 0.002
D2 R89-595-115-120 0.009 D2 R89-595-315-320 {0.002
D2 R89-595-120-125 {0.002 D2 RA9-595-320-325 0.003
D2 RA89-595-125-130 0.003 D2 R89-595-325-330 {0.002
D2 R89-595-130-135 0.002 D2 R89-595-330-335 {0.002
D2 R89-595-135-140 {0.002 D2 RA9-595-335-340 0.002
D2 R89-595-140-145 {0.002 D2 RB9-595-340-345 {0.002
D2 R89-595-145-150 0.002
D2 R89-595-150-155 0.002
D2 R89-595-155-160 {0.002
D2 R89-595-160-163 0.007
D2 R89-395-165-170 0.003
D2 R89-595-170-175 0.004
D2 R89-595-175-180 {0.002
D2 R89I-595-180-185 {0. 002
D2 R89-595-185-130 0.004
D2 R89-595-190-195 {0.002
D2 R89-595-195-200 (0.002
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Bondar-Clegg, Inc. .
12980 West Cedar Dr. Geochemical
Lakewogd, €slorado 80228 Lab Report
(303) 9891404

BONDAR-CLEGG

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: D89-31977.4 ( COMPLETE ) | | REFERENCE INFO: 345-645
CLIENT: BROHM MINING CORP. SURMITTED EY: J. BARROH
PROJECT: RA9-595 DATE PRINTED: 20-0CT-89
NUMBER OF LOWER
ORDER ELEMENT ANALYSES  DETECTION LIMIT EXTRACTION METHOD
1 Au  Gold £0 0.002 OPT Fire Rssay
SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER
D DRILL CORE 60 2 -150 &0 Assay Prep &0
Excessive Wetness 1001
Sample Pickup i

REMARKS: Final results are reported.

Result for sample R89-595-575-580 has changed
significantly from preliminary result reported.

REPORT COPIES TO: MR. JIM BARRON INVOICE TO: MR. JIM BARRON
MR. JIM BARRON




Bondar-Clegg, Inc. -
iy Geochemical
Lakeywﬂgog-d,{ﬁorado 80228 Lab Rep()l't
(3037°989-1404
BONDAR-CLEGG
A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES
TE_PRINTED: 20-0CT-89

REPORT: D89-31977.4 (_gaﬁlECT: R89-595 PAGE 1

SAMPLE ELEMENT fAu SAMPLE ELEMENT fu

NUMBER UNITS 0PT NUMBER UNITS 0Pt

D2 R89-595 345-330 0.003 D2 R89-595 545-550 0.002

D2 RBI-595 350-333 0.003 D2 R8%-595 550-355 {0.002

D2 R89-595 335-360 0.004 D2 RB9-595 555-560 0.002

D2 RB9-595 360-365 0.002 D2 R83-595 560-363 {0.002

D2 R89-595 365-370 0.004 D2 R89-595 565-570 (0. 002

D2 RA9-595 370-375 {0.002 D2 RAI-595 §70-375 {0.002

D2 R89-595 375-380 0.004 D2 R89-595 575-580 0.002

D2 R83-395 380-385 0.004 b2 R83-595 580-585 (0.002

D2 R89-595 385-330 0.004 D2 RA9-595 S85-590 {0.002

D2 RB9I-595 390-395 0.008 D2 RA9-595 590-595 {0,002

D2 R89-535 395-400 0.009 D2 R8I-595 595-600 (0. 002

D2 RA9-595 400-405 {0.002 D2 R83-395 600-605 {0.002

D2 RB9-595 405-410 0.008 D2 R83-595 605-610 (0. 002

D2 RB9-595 410-415 0.006 D2 R89-595 610-615 0,003

D2 R89-595 415-420 0.006 D2 RA9-595 615-620 {0.002

D2 R89-395 420-425 {0.002 D2 R89-595 620-625 {0.002

D2 RA9-595 425-430 0.007 D2 R&9-595 625-630 (0. 002

D2 R89-395 430-435 0.027 D2 R89-595 €30-635 {0.002

D2 RA9-595 435-440 0.013 D2 R89-595 £35-640 0.050

D2 R89-595 440-445 0.005 D2 RB3I-595 640-645 0.010

D2 RB9I-59T7 445-450 0.002

D2 R89-595 450-435 0.006

D2 RB9-595 455-460 {0.002

D2 RAI-595 460-465 0.003

D2 R89-595 465-470 0.003

D2 R89-395 470-475 0.006

D2 R&3-595 475-480 0.018

D2 RA9-595 480-485 {0.002

D2 R89I-595 485-490 0.002

D2 RA9-595 430-495 0.013

D2 R89-595 495-500 0.009

D2 RA9-595 500-505 0.020

D2 R89-595 505-510 {0.002

D2 R&3-595 510-515 0.017

D2 RA9-595 515-520 0.002

D2 R89-595 520-525 {0.002

D2 R89-595 525-530 0.004

D2 R89-595 530-335 0.002

D2 R89-595 535-540 0.008

D2 RA9-595 540-545 0.004




Bondar-Clegg, Inc. :
12980 West Cedar Dr. Geochemical
Lakewood, Colorado 80228 Lab Report
(303) 989-1404

- BONDAR-CLEGG

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

pe
XS
-

REPORT: D89-31978.4 ( COMPLETE ) J [ REFERENCE INFO: 645-825
CLIENT: BROHM MINING CORP. SURMITTED BY: J. BARRON
PROJECT: R89-595 DATE PRINTED: 13-0CT-89
NUMEER OF LOWER
ORDER ELEMENT ANALYSES  DETECTION LIMIT EXTRACTION METHOD
I Au Gold 36 0.002 OPT Fire Assay
SANPLE TYPES NUMBER SI1ZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER
D DRILL CORE 36 2 -150 36 Assay Prep 36
Excessive Wetness 729

REMARKS: Final results are reported.

REPORT COPIES TO: MR. JIM BARRON INVOICE TO: MR, JIM BARRON
MR. JIM BARRON




Bondar-Clegg, Inc.
12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404

-

- Geochemical
‘ Lab Report
BONDAR-CLEGG '

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES
. DATE PRINTED: 19-0CT-89

REPORT: D89-31978.4 | PROJECT: R83-593 PAGE 1 AJ |
SAMPLE ELEMENT Au
HUMBER URITS 0Pt
D2 R83-595 645-650 {0.002
D2 R89-393 650-655 (0. 002
D2 R89-595 £35-660 0.003
D2 RB3-595 660-6635 (0.002
D2 R8I-595 £63-670 0.006
D2 R89-395 670-675 0.003
D2 RBY-595 675-680 0.003
D2 R89-595 680-683 0.007
D2 RB9-595 683690 0.020
D2 RBI-595 630-693 0.008
D2 R89-595 £95-700 0.004
D2 R83-595 700-705 (0. 002
D2 R89-593 705-710 0.005
D2 R89-595 710-713 0.003
D2 R89-595 713-720 {0.002
D2 R89-395 720-725 {0.002
D2 R89-555 723-730 {0,002
D2 R83-593 730-733 0.015
D2 RB9-595 735-740 {0,002
D2 R89-395 740-743 {0.002
D2 R89-595 745-750 0.003
D2 R89-595 750-755 {0.002
D2 R89-595 7553-760 {0.002
D2 R83-335 760-763 {0.002
D2 RA3-595 763-770 0.010
D2 R83-593 770-775 0.002
D2 R89-593 775-780 0.005
D2 RA89-593 780-785 0.005
D2 R89-595 785-7%0 0.004
D2 RB9-595 790-793 0.025
D2 RA3-595 795-800 0.040
D2 R89-593 800-805 0.009
D2 R89-595 805-810 {0.002
D2 R89-593 810-815 €0.002
D2 R89-595 815-820 €0.002
D2 RB9-595 820-825 0.002
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”TITLE{23~10~89!10:42:44 D89~31876.4 J. BARRON e6/10/89"

"CLIENT BROHM MINING CORP.

"PROJECT R89-595 #SAMPLES: 69 REFERENCE: ©-345 !
"SPECIAL VALUES" '

“ IS Insufficient Sample"

" =9 No Value Recorded" ~_

" Values above the upper limit are showh—as +uplimt"

" Values below the lower limit are shown as ~lolmt (ie not detected)"
“DETERMINATIONS"

" ELNAME METHO ECO UNI #SAM LOLMT UPLIMT COMMENTS"
" @1 Au FA OPT 69 0.002 99.999 Results Reported "
"SAMPLE PREPS™

" 40 SAMPLE TYPE=D DRILL CORE "

" 41 P17= 69 Assay Prep "
42 P23= 1 Sample Pickup "
"REMARKS" /_(000()
" 50 Final results are reported. "
HEoo%e % W % )

"FORMAT (A8,1X,AL1,A1,1X,A20,1(1X,A7,81))"

"BEGIN " "Type" "Frac" "Sample ID" " Au
"19760001" D" "2" "RB9~-595~-0~-5 M 0.008
"19760002" "D "2" "R89-595-5-10 . .009
19760003 "D" "2" "R89-595-10-15 . -0.002
19760004 D" "2" "RB89~-595-15~-20 " 0.002
"19760005'" D" "2" "RB8Y~595-20-25 " -0 .002
"19760006" "D" "2" "R89-5965~25~30 " ~-0.002
"19760008" "D" "2" "“"RB9-595-30-35 " -9.002
"19760009" "D "2" "R89-595-35-40 " ©.005
"19760010" D" "2" "R89~595-40-45 " 0.006
"19760011" "D" "2" "R89-5H95-45-50 " -0.002
"19760612" "D" "2" "R89-595~-50-55 " -%.002
"19760013" "pn "2" "R8Y~595~-55~60 " -~G.002
1987606014 "D 2" “"RBY-595~60-65 " 2.007
"19760015" vp" "2" "RB9-595~65-70 " -0.002
“19760016" "D" "2" "RB89-H95~70~75 " ~-0.002
"19760@017" "D" "2" "R8Y-595~75-80 " -9.002
"19760018" "p" "2" "R89-595-80~-85 " .011
"19760019" "D" "2" "R89-~-595-85~90 " 0.002
"19760020" "D" "2" "R89-595-90-95 " -0.002
"19760921" "D "2" "R89-595-95-109 i -9.002
"197608022" "pD" "2'" "R89-595-~-100-105 " ~-9.002
"19760023" "p" "2" "R89-595~105~-110 " B.009
"19760024" "D v2" "R89-595-110-115 " ©.008
"19760025" "p" "2" "RB9-595~115~120 " 0.009
"19760026" "D "2" "R89-595-120~125 " ~0.002
19769027 "pn 12" "RBY-H95~-1256~130 " 0.003
"197606628" "p" 2" "R8Y-595~-130~1365 " 0.002
"19760029" "pn 2" "R89~-596~135~140 " ~0.002
"19760639" "D» "z2" "R89-595~-140~-145 " -9.002
19760031 "p©v w2" "R89~-595~145~150 " 0.002
"19760033" "DB" "2" "R89~595~-150~-155 " 0.002
"18760634" "D" "2" "R89~595-~155~160 " -0.002
"197600635" "p" "2" "R89-H595~1608~165 " 0.007
"19760936" "D" "2" "R8Y~595~165~170@ " 0.903
"19760037" "p" "2" "R89-595-170-175 " 0.004
"19766038" "Dp" "2" "R89-595~175~180 i -0.9002
"19760039" "p©» n2" "R8Y~595-180-185 " -0.0802
“i1976@040" "D" "2" "RB9I-595-185~190 " ©.004
“19760041" "D" "2" "R89-595~190-195 " -0.002
"18760042" "D" "2" "RBI~-595-195~-200 " -0.002
"19760043" "p" "2" "R89-595-200-205 " -3.002

HAQTEAMRMAAN Y 0510 NDAQO LA OO0 1t 1t A A



"19760045"
"19760046"
"19760047"
"19760048"
"19760049"
"19760050"
"19760051"
"19760052"
"19760053"
"19760054"
"19760055"
"18760056"
"19760058"
"19760059"
"19760060"
"l19760061"
"19760062"
"13760063"
"19760064"
"19760065"
"19760066"
"19760067"
"19760068"
"19760069"
“19760070"
“19760071"
“19760072"
IIENDII

IIDH
IIDll
IIDII
IIDII
IlDII
IIDII
IlDH
IlDlI
IIDII
IIDII
HDII
IIDIl
||DII
llDll
IIDII
lIDII
llDIl
IIDII
IIDII
HDH
IIDH
IIDII
IIDII
lIDH
IIDII
IIDII
IIDIl

ll2ll
II2H
I12I|
II2|I
ll2l|
lI2II
I|2I|
l|2||
Il2ll
II2|I
l|2l|
II2H
|I2|I
Hzll
|I2|I
II2|I
II2II
II2II
I|2l|
H2I|
Il2’l
II2II
|I2II
II2|I
II2II
ll2ll
|I2H

"R89-595-210~-215
"R89~-595-215~-220
"R89-596-220~-225
"RB9~596~-2265~-230
"R89~-596~-230~-235
"RBY~595~-236~-240
"RE89~-595-240~245
"RB9~-595~245-250
"R89~596~250~2565
"RB9~595~-255-260
"R89~-596~260~265
"RB89~-595-265-270
"R89~-596-270~-275
"RB9~5956~-275-280
"RB9~-5965~-280~-285
"R89~-5965-285-290
"RB9~595-290~-295
"R89~596~295~-300
"RB89~59856~300~-305
"RB9~-596~-305~-310
"R89~-595~310~315
"RB9~-585-315-320
"RB89~-595-320-325
"RB89~-5965~-325-330
"R89~-5965~330~335
"R89~-596~-335-340
"RB89~595~340~-345

- - .

-0.002
-0.002
-0.002
-0.002
-0.002
-0.802
~-0.002

0.004
-9.002
~-0.002
.008
002
002
.002
.002
.010
.003
004
.009

0.083

@.002
~-0.002

2.003
~0.002
-0.002

@.002
-0.002

bl
SevToSeoseS



"TITLE\20~-10~89/14:15:35 D89~-319877.4 J. BARRON @9/10/89"
“CLIENT BROHNMN MINING CORP. "

"PROJECT R89~595 #SAMPLES:: 60 REFERENCE: 345-645

"SPECIAL VALUES"

" IS Insufficient Sample"

" ~8 No Value Recorded"

" Values above the upper limit are shown as +uplimt"

" Values below the lower limit are shown as ~lolmt (ie not detected)"

"DETERMINATIONS"

" ELNAME METHO ECO UNI #SAM LOLMT UPLIMT COMMENTS"

" 21 Au Fa OPT 6@ 0.002 $9.999 Results Reported "
"SAMPLE PREPS™

" 49 SAMPLE TYPE=D
41 P1l7= 60

" 42 P64=1001

" 43 P23= 1
"REMARKS"

" 5@ Final results are reported. "
" 51 Result for sample R89~595-575-580 has changed "
" 52 significantly from preliminary result reported."

DRILL CORE M
Assay Prep "
Excessive Wetness "
Sample Pickup "

% Yo e W 1t
“FORMAT (A8,1X,Al,A1,1X,A20,2(1X,A7,A2))"
"BEGIN " "Type'" "Frac" "Sample ID" " Au
"i18770001" “D" "2" "R89~-595 345-350 " ®.003
“1977@02" "p" "2" "RB9-~595 350355 i ®.003
"19770003" "D" "2" "R89-~-595 355-360 " 0.004
19770004 "D" "2" "R89~-595 360-365 " 0.002
"18770065" "p" 2" "R89~-595 365-370 " 8.004
“i1977@0@6" "p" "2" "RB9~-H95 370~-375 " ~0.002
"19770007" "D" "2" "R8I9-595 375-380 " ®.004
“197700089" vpv v2" "RB9Y-~-595 380-385 " 02.004
"1977@010" "Dv 2" "R8I~-H95 385-390 " 0.004
"i197700211" "pv "2v "RB9~595 39@-395 B 2.008
"1977@012" "pv "2'" "R89-595 395-400 " 2.009
"1977@@13" "pD" "z2" "RB9-H95 400-405 " -2.002
“19778014" "D" "2 "R89~595 405-410 " 0.008
“1977¢015" D" "2" "RB9~595 416-415 " ®.006
"19770816" "D" "2" "R8Y~-595 415-420 " 9.006
"19770017" "p" "2" "R89-595 420-425 " -0.002
"19770018" "D" "2" "R89-595 425-430 " 2.007
"1977¢019" vpv "2" "RB9-~595 430-435 " v.027 — Y3o-UBS
"i197700%20" "“D" "2" "R89-595 435-440 " @.013
"1977@621" DY "2" "RB9~-595 440-445 " 2.005
"197700@22" "D" "2" "R89-595 445-4589 " ®.002
"19770@23" "p" "2" "R89~H595 450455 " ®.006
"1977@024" "D “2" "RB9~H95 455-460 " ~-9.002
"1877@025" "pv "2" "RBI-~H95 460-465 " ».003
"1977@026" D" "2" "RB9-BI95 465470 " ®.003
“19770027" "p" "2" "R89-595 47@~-475 " 9.006
"19770028" "p" "2" "RB89-595 475-480 " ®.018
"1977@029" vp" 2" "“"RB9-595 480-485 " -0.002
"1977@030" "D" "2" "R89-595 485-490 " 0.002
"1977@e31 vp'" "2" "RB9-H595 490495 " ®.213
"197706032" “p" "2" "“RB89-595 495-500 " ®.009 _—
"197790034" “p" "2" "RB9~595 500-505 " “AB.o20— S50~ 505
"19770035" "D" "2" "R89~595 505-510 " ~-2.002
"197706036" "p" "2" "R89~-595 510~-515 b ®.017
"1977@637" "D" "2" "R89-595 515-520 " ®.002
"19770038" "pD" "2" "RBI-595 528-525 " ~-0.002
"19776039" "p" "2" "R§9-595 525-530 " @.004
" 9.002

"19770040"

IIDH

lI2lI

"R89~-595

530~535



BT ‘L “ BN W
"19770042"
"19770043"
"19770044"
"19770045"
"19770046"
"19770047"
"19770048"
"19770049"
"19770050"
"i19770051"
“19770052"
“19776053"
"19770054"
"13770055"
"19770056"
19770657 "
"19776059"
“197700660"
ti97v7eas1”
"19770062"
"19770063"
IIENDII

IIDH
IIDII
IIDH
I|Dl|
IIDH
IIDII
IIDII
||DII
llDll
IIDII
IIDII
HDlI
IIDII
IIDII
IIDII
IIDH
IIDII
I|DI|
IIDII
IIDH
IIDH

I 4
lI2|l
I|2ll
I|2|I
I|2II
Il2ll
H2ll
I|2II
l|2ll
||2II
H2ll
ll2||
II2II
|I2II
Il2ll
II2II
II2!I
H2Il
II2I|
ll2ll
II2|I
II2II

T ROITOI0
"R89~595
"RB89~595
"RB89-585
"R89-595
"RB89~-595
"RB89~-595
"RB9~-595
"RB9~595
"REI-595
"R89-595
"R89~-595
"R89~-595
"RBI~595
"RB89~-595
"R89~595
"RB9-595
"R89~-595
"RB9~-595
"R89~585
"R89~595
"RB89~5985

WVIRX™TIHRY
540-545
545550
550~555
555560
560~565
565-570
570~575
575~580
580~585
585590
599~595
595-600
600605
605610
610~615
615620
620625
625~630
630~635
635~640
640~645

-9 .0@2

0.050—— (535 -bLY0
0.010



"TITLE 19-10-89 09:18:06 D89-31978.4

"CLIENT BROHM MINING CORP.
"PROJECT RB9-~595
"SPECIAL VALUES"
" IS Insufficient Sample"
" ~9 No Value Recorded"

" Values above the upper limit are shown as
" Values below the lower limit are shown as

"DETERMINATIONS"
" ELNAME METHO ECO UNI #SAM LOLMT UPLIMT COMMENTS"
36 0.902 99.999 Results Reported "

" el Au

Fa

"SAMPLE PREPS"

" 490 SAMPLE TYPE=D
" 41 Pl7=
" 42 P64=

"REMARKS"

36

729

#SAMPLES:

OPT

DRILL CORE
Assay Prep

Excessive Wetness

" B@ Final results are reported.

L% X & & 1Y

e ——————

"FORMAT (AB,1X,A1,AL1,1X,A20,1(1X,A7,A81))"

"BEGIN "
“"l19780001"
"19780602"
"i9780003"
"19780004"
"1878@005"
"i19780006"
"“19780007"
"19780008"
"1878@0610"
"19780011"
“1978p012"
"19780013"
"19780014"
"19780015"
"19780016"
"19780017"
“19780018"
"19780019"
“19780620"
"l19780021"
"19780022"
"19780023"
"19780024"
"'19780025"
"19780026"
"19780027"
"19780928"
"19780029"
"19780030"
"19780031"
"19780032"
"19780033"
"19780035"
"19780036"
"19780037"
"19780038"
IIENDII

llTypell

IIDH
IIDII
|IDII
IIDII
IIDH
IIDII
|IDII
|IDII
HDH
lIDH
IIDII
||D|I
|IDII
IIDH
IIDII
HDII
|IDII
IIDII
IIDII
IIDII
IIDlI
HDH
IIDII
IIDII
IIDII
IIDII
IIDII
IIDII
IIDII
IIDII
IIDI!
lloll
IIDII
IIDII
I|Dll
IIDII

"Frac'" "Sample ID"
"2" "RB9~-595 £45-650
"2" "RB9~-595 650655
"2" "RB9-595 6565-660
"2" "RB9~595 660-665
"2" "RBY-595 665670
"2Y" “RBY~595 670675
"2" "“RB9~595 675-680
"2" "RB9-~595 680685
"2" "RB89-595 685~690
"2" "RB89-~595 690-695
"2" "RB9~595 £95-700
"2" "RB9Y-595 700785
"2" "RB89~-595 705~-710
"2" "RB9~595 710~715
"2" "RB89~-H95 715-720
"z2" '"RB9~H595 720-725
"2'" "RB9~-595 725730
"2" "RB9-~595 730-735
"2" "RB9~-595 735-740
2" "RB9-585 740-745
"2'" "RB9~595 745-750
"2" "RB9~595 750755
"z" "R89~-595 755-760
"2" "RB9~-595 760-765
"2" "R89-~-595 765-770
"2" "RB9~-595 770~775
"2'" "RB9~595 775-780
“2" "RB9~595 780785
"2" "RB89-~595 785-~790
"2 "RB89~-595 7986~-795
"2" "RB9-595 795-800
"2" "R89~595 B8Q0-885
"2" "RB9-595 805-810
2" "RB89~5965 810-815
"2" “"RB9-595 815-820
"z2" "RB89-~595 B20-~-825

J.

BARRON 1e/10/89"
36 REFERENCE: 645~-825
+uplimt"

~lolmt

1] Aull
-0.002
-0.002
0.005
-0.002
0.006
0.003
0.003
0.007
0.020
0.008
. 0.004
~0.002
0.005
0.003
~0.002
—0.002
-0.002
0.015
~0.002
~0.002
0.003
-0.002
-0.002
~0.002
0.010
0.002
0.005
0.005
0.004
0.0257
0.0407
0.009
-0.002
.002
-0.002
0.002

(ie not detected)"

7g§«795' /0'@2 032
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BONDAR-CLEGG

130 Pemberton Ave.

North Vancouver, B.C.

V7P 2R5

or

P.O. Box 8059
Blaine, WA. 98230

Phone (604) 985-0681
or  (702) 331-1813
Fax (604) 985-1071
Telex 04-352667

Please analyze by

Comments

SUBMITTAL FORM  LAB. REPORT NOL =1 -* 1 7 (o

1A-625 Spice Island Dr.
Sparks, Nevada 89431
(702) 359-9330

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404

243 Catlin St.
Missoula, Montana 59801
(406) 721-4452

37 Sherman St.
Deadwood, S.D. 57732
(605) 578-1903

Assay (% ore grade) []

c/o Lerch Brothers

4th Ave. W. at Grant St.
Hibbing, Minn. 55746
(218) 262-5003

6631 Wes Way
Anchorage, Ak. 99518
(907) 561-0909

136 Industrial Road
Whitehorse, Yukon Territory
Y1A 2V1

(403) 667-6523

Geochemical (ppm, trace level) []

Type of Samples S’:r%p?és Samr(Jgeerr\il:Sr;wbers Elements to be Analyzed Remarks
A / | 289-565 D
VA3 SRt
.-‘ ’1»\ Y A
: < 9] Prepaid [
Total No. Samples Date Shipped Collect O

No. Parcels in Shipment

REJECTS
(COARSE OVERSIZE)

Date Rec’d at Bondar-Clegg

PLEASE CHECK .~ BELOW

PULPS

Free storage until year end and then discarded unless
marked below.

Free storage for 60 days and then discarded unless
marked below.
Return immediately
Return collect after 60 days
Store to January at a cost of $10/box

(You will then be contacted) (@pprox. 1 cu. ft)

Samples submitted by ___ A

Return collect immediately O

Return collect at year end

Results and Invoices To Be Sent To

[0 Results

J Invoice

Shipment number

(for payment)

Results

Client project number

Invoice

(copy)

Purchase order number

Results

Invoice

(copy)

Printed in Canada

White - Send with Samples

Yellow - Client Copy



R

BONDAR-CLEGG

130 Pemberton Ave.
North Vancouver, B.C.
V7P 2R5

1A-625 Spice Island Dr.
Sparks, Nevada 89431
(702) 359-9330

or
P.O. Box 8059
Blaine, WA. 98230 12980 West Cedar Dr.
Lakewood, Colorado 80228
Phone (604) 985-0681 (303) 989-1404
or (702) 331-1813

Fax (604) 985-1071

Telex 04-352667

Please analyze by

Comments

SUBMITTAL FORM  LAB. REPORT NO.\ P - 2177 7

243 Catlin
Missoula,

(406) 721-4452

37 Sherman St.
Deadwood, S.D. 57732
(605) 578-1903

Assay (% ore grade) [

St.
Montana 59801

c/o Lerch Brothers

4th Ave. W. at Grant St.
Hibbing, Minn. 55746
(218) 262-5003

6631 Wes Way
Anchorage, Ak. 99518
(907) 561-0909

136 Industrial Road
Whitehorse, Yukon Territory
Y1A 2V1

(403) 667-6523

Geochemical (ppm, trace level) (]

Type of Samples Sr:r%pcl)és Sam;zéeerf\iléjsr;wbers Elements to be Analyzed Remarks
b |
{1 T /o ) 0 : Z )
‘\?/' Sy
Total No. Samples Date Shipped (P;:Fea(:? g

No. Parcels in Shipment

Date Rec’d at Bondar-Clegg

PLEASE CHECK .~ BELOW

REJECTS
(COARSE OVERSIZE)

Free storage for 60 days and then discarded unless
marked below.
Return immediately

Return collect after 60 days
Store to January.at a cost of $10/box

(You will then be contacted) (approx. 1 cu. ft.)

Samples submitted by

Shipment number

Client project number

Purchase order number

PULPS

Free storage until year end and then discarded unless
marked below.

Return collect immediately O
Return collect at year end O
Results and Invoices To Be Sent To
T O Results
/ Vo a F s .
Ll / O Invoice

(for payment)

Results

Invoice
(copy)

Results

Invoice
(copy)

Printed in Canada

White - Send with Samples Yellow - Client Copy



B
BONDAR-CLEGG

130 Pemberton Ave.

North Vancouver, B.C.

V7P 2R5

or

P.O. Box 8059
Blaine, WA. 98230

Phone (604) 985-0681
or  (702) 331-1813
Fax (604) 985-1071
Telex 04-352667

1A-625 Spice Island Dr.
Sparks, Nevada 89431

(702) 359-9330

12980 West Cedar Dr.
Lakewood, Colorado 80228

(303) 989-1404

SUBMITTAL FORM

LAB. REPORT NO._

243 Catlin St.
Missoula, Montana 59801
(406) 721-4452

c/o Lerch Brothers

4th Ave. W. at Grant St.
Hibbing, Minn. 55746
(218) 262-5003

6631 Wes Way
Anchorage, Ak. 99518
(907) 561-0909

37 Sherman St.
Deadwood, S.D. 57732
(605) 578-1903

136 Industrial Road
Whitehorse, Yukon Territory
Y1A 2V1

(403) 667-6523

Please analyze by Assay (% ore grade) @ Geochemical (ppm, trace level) [J
Comments
Type of Samples S:r%p?:as Sam[()lseeygsr?bers Elements to be Analyzed Remarks
- A
%) b7 1) Q0 — 1
L Lpe X 2 N e T A [A'U\_J
‘ (M5 - 6O
-4 ok AP0
2/ e : id O
Total No. Samples \1{/ Date Shipped CP:roe;reagtd =

No. Parcels in Shipment

Date Rec’d at Bondar-Clegg

REJECTS
(COARSE OVERSIZE)

Free storage for 60 days and then discarded unless

marked below.

Return immediately

Return collect after 60 days

PLEASE CHECK .- BELOW
PULPS

Free storage until year end and then discarded unless
marked below.

. Return collect immediately O
b

Return collect at year end O

0

Store to January at a cost of $10/box

(You will then be contacted)

Samples submitted by

(approx. 1 cu. ft.) O

ko

Results and Invoices To Be Sent To

[J Results
[J Invoice

£ 4 \,)x A
EROAAT

Shipment number

(for payment)

[J Results

Client project number

[J Invoice
(copy)

Purchase order number

[J Results

[J Invoice
(copy)

Printed in Canada

White - Send with Samples Yellow - Client Copy






